



















































































































































































































	Chapter 4 Results and Discussion
	4.1 Methyl Methacrylate-Divinylbenzene Copolymer
	4.2 Butyl Methacrylate-Divinylbenzene Copolymer
	4.3 Effects of Crosslinking Agent Concentration on Lauryl Methacrylate-Divinylbenzene, Stearyl Acrylate-Divinylbenzene, Dodecyl Acrylate-Divinylbenzene Copolymer Beads
	4.4 Effect of the Third Alkyl (Meth)Acrylate Comonomer on Absorption Properties of Methyl-Methacrylate Divinylbenzene Copolymer Beads
	4.5 Effect of the Third Alkyl (Meth)Acrylate Comonomer on Oil Adsorption Properties of Methyl-Methacrylate Divinylbenzene Copolymer Beads
	4.6 Determination of Solubility Parameter of Mma-Dvb, Bma-Dvb, Methyl Methacrylate-Divinylbenzene-Alkyl (Meth)Acrylate Terpolymers


