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ABSTRACT

##942003 ะ PROGRAM POLYMER SCIENCE
KEY WORDS ะ BENZOXAZINE / VOLUMETRIC EXPANSION  

M ANTANA KANCHANASOPA : THE EFFECT OF CURING  
CONDITIONS ON THE VOLUMETRIC EXPANSION OF 
BISPHENOL-A A N D  ANILINE-BASED POLYBENZOXAZINE. 
THESIS ADVISORS ะ PROF. HATSUOISHEDA A N D  DR.
NANTAYA YANUM ET, 34 pp. ISBN 974-633-590-1

The volumetric expansion o f  b isphenol-A  and aniline-based  
polybenzoxazine (B-a) has been studied by comparing the room temperature 
density o f  the cured B -a at different curing conditions with the amorphous
B-a monomer. The glass transition temperatures (Tg) o f  B-a at various

degrees o f  polymerization have been investigated by differential sca n n in g  
calorimetry (DSC). A  1-2% volumetric expansion after polymerization o f  B-a 
w as found as a function o f  curing conditions. The degrees o f  conversion  at 
different curing temperatures are compared with the respective g la ss
transition temperatures. It w as found that a substantial increase in Tg o ccu rs  

even  at low  degree o f  conversion.
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บทคัดย ่อ

มัณฑนา กาญจนโสภา ะ การศึกษาถึงผลกระทบของสภาวะการบ่ม ต่อ การขยายคัว 
ทางปริมาตรของโพลีฌนซอกซาซีนจากสารตั้งต้นบีสVเนอล-เอ และอนิลีน ( The 
Effect o f  Curing Conditions on the Volumetric Expansion o f  
Bisphenol-A  and Aniline-based Polybenzoxazine ) อ.ท ี่ปร ึกษา:ศ .
ดร. อัดสุโอะอิชิดะ, และ ดร. มันทยา ยานุเมศ, 34 หน้า ISBN  974-633-590-1

การขยายคัวทางปริมาตรของโพลีเบนซอกซาซีนที่ไต้จากสารตั้งต้น ศึอ บีสฉนอล- 
เอ และอะนิลีน สามารถศึกษาไต้โดยเปรียบเทียบความหนาแน่นที่อุณหภูมิห้อง ของสารประ 
กอบเบนซอกซาซีนที่บ่มในสภาวะต่างกันกับความหนาแน่นที่อุณหภูมิห้องของเบนซาซีน 
โมโนเมอริ อุณหภูมิที่อ่อนคัวของสารประกอบเบนซอกซาซีนที่มีปริมาณการเกิดโพลีเมอร ิ
ไรเซชนต่างกัน สามารถวิเคราะห์ไต้จากเครื่องดีเอสซี จากการศึกษานี้พบว่าสารประ
กอบเบนซอกซาซีนชนิดนี้หลังการเกิดโพลีเมอริ!รเซชนจะมิการขยายคัวทางปริมาตร 1-2%  
ตั้งนี้ขึ้นอยู่กับสภาวะการบ่มที่ต่างกัน จากการเปรียบเทียบปริมาณการเกิดโพลีเมอริ!รเซซน 
กับอุณหภูมิที่อ่อนคัวของสารประกอบชนิดนี้ พบว่าอุณหภูมิที่อ่อนคัวมีการเพิ่มสูงขึ้นมาก 
แมั!นภาวะที่มีปริมาณการเกิดโพลีเมอริ!รเซชนต้า
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