































	Chapter 4 Experimental Procedure
	4.1 Synthesis of ZnO(Al) Targets
	4.2 Substrate Preparation
	4.3 Fabrication of ZnO(Al) Thin Films
	4.4 Characterization of ZnO(Al) Thin Films


