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การศึกษานี มีวัตถุประสงค์เพื่อศึกษาเปรียบเทียบส่วนผสมแอสฟิลด์คอนกรีตที่ได้จากการออก 
แบบส่วนผสมด้วยวิธีมาร์แชลและวิธีซูเปอร์เพฟระดับ 1 โดยเปรียบเทียบลักษณะทางด้านปริมาตรของ 
ส่วนผสมที่ได้และคุณสมบัติการใช้งานของส่วนผสมจากปริมาณแอสฟิลด์ที่ได้จากวิธีการออกแบบที่ 
แตกต่างกัน

ในการศึกษาจะใช้แอสฟิลด์ซีเมนต์ AC60/70 และมวลรวมประเภทหินปูน จำนวน 3 ขนาด- 
คละโดยใช้พืนที่ที่ถูกจำกัด (Restricted Zone) ในวิธีซูเปอร์เพฟ เป็นตัวกำหนด ขนาดคละที่ 1 2 และ 3 
จะอยู่ด้านบน ผ่านกลาง และด้านใต้ของพืนที่ถูกจำกัด ตามลำดับ นำมาทำการออกแบบส่วนผสม 
แอสฟิลด์คอนกรีตโดยวิธีมาร์แชลและวิธีซูเปอร์เพฟ ระดับ 1 เปรียบเทียบปริมาณแอสฟิลด์ซีเมนต์ 
ปริมาณช่องว่างของอากาศ และปริมาณช่องว่างที่เติมด้วยแอสฟิลด์ จากนั้นทำการเปรียบเทียบค่าความ 
แปรปรวนของความหนาแน่นของก้อนตัวอย่างจากวิธีการบดอัดที่แตกต่างกัน สุดท้ายจะทำการเปรียบ 
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ที่ได้จากวิธีมาร์แชล นอกจากนีการใช้ Gyratory Compactor ก็จะให้ค่าความแปรปรวนของก้อนตัว- 
อย่างน้อยกว่า ประกอบกับค่าโมลูลัสคืนคัวและความต้านทานต่อการยุบตัวจากการทดสอบความล้าก็มี 
ค่ามากกว่า

ตังนั้นสำหรับแอสฟิลด์ซีเมนต์ AC60/70 และขนาดคละของหินปูนที่ใช้พบว่าการใช้วิธีซูเปอร์ 
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The objective of this study is to investigate a comparison of asphalt concrete mixtures 
designed by two different methods; respectively Marshall and Superpave™ Level I mix design. The 
comparison is made by looking at the volumetric properties and performance properties for mixes at 
optimum asphalt content achieved by the different mix design methods.

In this study, asphalt cement AC60/70 and three gradations of limestone were utilized. 
Three different gradation, respectively placed on the upper, passing through and below the Restricted 
Zone in Superpave™, were selected in the investigation. The first step was to determine the optimum 
asphalt content for asphalt concrete mixtures designed by Marshall and Superpave™ level I methods. 
This was done by looking at the optimum asphalt content, voids in the mineral aggregate(VMA) and 
the voids filled with asphalt(VFA). A comparison was made of density variation of the samples from 
each compaction methods. The last step was to compare resilient modulus and values from fatigue 
test of the samples from each optimum asphalt content from each design methods. The Superpave™ 
Level I mix design shows a lower optimum values of needed asphalt cement, VM A and VFA for all 
gradations. At the same time the variation in density of the samples from Gyratory Compactor is 
smaller and both the resilient modulus and deformation resistance are higher.

In conclusion that, for asphalt cement AC60/70 and limestone aggregate, the utilization of 
Superpave™ Level I mix design tend to give the low cost asphalt concrete mixtures due to less 
asphalt cement than that of Marshall method. At the same time, it will be possible to get higher 
durability and quality road surface resulting from higher resilient modulus and better defonnation 
resistance.
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