
การดัดแปรผ้าฝืายด้วยแคตไอออนิกรีแอคทีฟพอลิเมอร์ในการฟอกเพื่อเพิ่มการรับลีย้อมรีแอคทีฟ

นางสาวพัชรี ลาภสุริยกุล

วิทยานิพนธ์นี้เป็นส่วนหนึ่งของการศึกษาตามหลักสูตรปริญญาวิทยาศาลตรมหาบัณฑิต 
สาขาวิชาวิทยาศาสตร์พอลิเมอร์ประยุกต์และเทคโนโลยีสิ่งทอ ภาควิชาวัสดุศาสตร  ์

คณะวิทยาศาสตร์ จุฬาลงกรณ์มหาวิทยาลัย 
ปีการศึกษา 2543 

ISBN 974-13-0462-5 
ลิฃลิทธึ๋ฃองจุฬาลงกรณ์มหาวิทยาลัย

I 1946/ 00'$



MODIFICATION OF COTTON FABRIC WITH A CATIONIC REACTIVE POLYMER IN 
BLEACHING TO IMPROVE REACTIVE DYEABILITY

Miss Patcharee Larpsuriyakul

A Thesis Submitted เท Partial Fulfillment of the Requirements 
for the Degree of Master of Science เท Applied Polymer Science and Textile Technology

Department of Materials Science  
Faculty of Science  

Chulalongkom University 
Academic Year 2000
ISBN 974-13-0462-5



Thesis Title

Field of Study Applied Polymer Science and Textile Technology
Thesis Advisor Asst. Prof. Kawee Srikulkit, Ph.D.

Modification of Cotton Fabric with a Cationic Reactive Polymer in

Bleaching to Improve Reactive Dyeability

By Miss Patcharee Larpsuriyakul

Accepted by the Faculty of Science, Chulalongkorn University in Partial 
Fulfillment of the Requirements for the Master ’ร Degree

Dean of Faculty of Science  
(Associate Professor Wanchai Phothiphichitr, Ph.D.)

^ x ) (7L<rf—

THESIS COMMITTEE

ร Chairman
(Associate Professor Saowaroj Chuayjuljit)

.................TTc . .................... Thesis Advisor
(Assistant Professor Kawee Srikulkit, Ph.D.)

............... โ.!โ.)................................................... M em ber

(Associate Professor Paiparn Santisuk)

Z4 พ:...................X . . ........โ.V x . . . . > ........... Member
(Usa Sangwatanaroj, Ph.D)

..... 'ร }^ :.M โC a m b e r
(Siriwan Kittinaowarat, Ph.D.)



IV

น างส าว  พ ัชร ี ล าภ ส ุร ีย ก ุล  : ก ารด ัด แ ป รผ ้าผ ้าย ด ้ว ยแ ค ต ไ อ อ อ น ิก ร ีแ อ ค ท ีฟ พ อ ล ิเม อ ร ์ใน ก ารฟ อ ก เพ ื่อ เพ ิ่ม ก ารร ้บ ล ี 

ย ้อม 'ร ีแอคท ีฟ  (M O D IFIC A TION  O F  C O T T O N  FABRIC WITH A C A TIO N IC  REACTIVE PO LY M ER IN 

B LEA C H IN G  TO IM PRO VE REACTIVE DYEABILITY) อ. ท ี่ป ร ึก ษ า : ผศ.ดร. ก าว ี ศร ีท ูลก ิ1จ, 6 3  ห น ้า. ISBN 

9 7 4 -1 3 -0 4 6 2 -5 .

ผ้าผ ้ายท ี่ผ ่านการกำจัดไขมันแล้วถ ูกนำมาใช ้เพ ื่อศ ึกษาเกี่ยวกับการดัดแปรเย ้นใยเซลลูโลสด้วยวิธ ีทาง 
เคมี เพื่อทำการย้อมผ้าผ้ายด้วยสรแอคทีฟในภาวะไร้เกลือ โดยการเติม MAPTAC ซ่ึงเป็นสารมอนอเมอร์ที่มีประจ ุ
บวกเพื่อไห้เกิดปฏิกิริยาพอลิเมอร์ไรเซชัน เช้าไปในโมเลกุลของเซลลูโลส ในระหว่างกระบวนการฟอกผ้า ซึ่งไม่เป็น 
การเพิ่มขั้นตอนให้กับกระบวนการผลิตเดิม หลังจากการดัดแปร ผ้าผ้ายจะถูกนำไปวัดปริมาณของ MAPTAC ท่ี 
สามารถยึดติดอยู่บนเส้นใยเซลลูโลส ซึ่งจะใช้วิธีการวิเคราะห์ธาตุไนโตรเจนโดยอาดัยเครื่องมือวิเคราะห์ธาตุ และ 
นำไปย้อมลีริแอคทีฟด้วยวิธีการย้อมแบบแช' (exhaustion dyeing) โดยไม่ต้องใช้เกลือเป็นสารซ'วยย้อม

ผลการทดลองแสดงให้เหินว่า ประสิทธิภาพการฟอกขาวของสารไฮโดรเจนเปอร์ออกไซด์ ไนขณะที่มี 
MAPTAC อยู่ด้วย จะลดลงเล็กน้อย ส่วนการย้อมผ้าผ้ายดัดแปรด้วยสีรีแอคทีฟในภาวะไร้เกลือ ทำให้ผ้าผ้ายมี 
การติดลีสูงขึ้นตามปริมาณ MAPTAC ที่ไช้และสูงกว่าผ้าผ้ายที่ไม่ได้ผ่านการดัดแปร ทั้งนี้เนื่องจากประจุบวกที่อยู่ 
บน MAPTAC ซึ่งจะดึงดูดประจุลบของสิรีแอคทีฟได้ดี และจากผลการย้อมทำให้สรุปได้ว่า สมบัติการย้อมผ้าผ้าย 
ที่ผ่านการดัดแปรจะขึ้นกับประสิทธิภาพในการยึดติดของ MAPTAC บนเส้นใยเซลลูโลสในขั้นตอนการดัดแปร

ภ าค ว ิช าว ัส ด ุศ าส ต ร ์
ส าข าว ิช าว ิท ย าศ าส ต ร ์พ อ ล ิเม อ ร ์ป ร ะ ย ุก ต ์ฯ  
ป ีก า ร ศ ึก ษ า 2 5 4 3

^  ySte ท า 1/1 <4^Lv\>ล ายม อ ซ อ น ิส ิต  ............ ไ ร . . . . . . . . . . . . . . . . . j ........ ..........
ล าย ม ือ ซ ื่อ อ าจ าร ย ์ท ี่ป ร ึก ษ า  ....... .{ ^ .



V

# # 4272348623 : MAJOR APPLIED POLYMER SCIENCE AND TEXTILE TECHNOLOGYMAJOR
KEY WORD: COTTON FABRIC / DYEABILITY MODIFICATION / BLEACHING / SINGLE-BATH

PATCHAREE LARPSURIYAKUL : MODIFICATION OF COTTON FABRIC WITH A CATIONIC 
REACTIVE POLYMER IN BLEACHING TO IMPROVE REACTIVE DYEABILITY. THESIS 
ADVISOR : ASST.PROF.KAWEE SRIKULKIT, Ph.D., 63 PAGES, ISBN 974-13-0462-5.

The modification of scoured cotton fabric by chemical treatment was studied. The study was 
aimed to dye cotton fabric in the absence of salt. The principle method of modification was to graft 
polymerization of the cationic based vinyl monomer, [3-(Methacryloylamino) 
propyl]trimethylammonium chloride (MAPTAC), onto scoured cotton during bleaching process, 
aiming at modifying dyeability of the fiber using single-bath. An elemental analyzer was employed to 
measure the extent of MAPTAC fixation on cellulose. Modified cotton fabric was dyed with commercial 
reactive dyes by exhaustion method without the requirement of salt.

The results showed that the ability of bleaching performance of H20 2 in the presence of the 
modifying agent was slightly reduced. The dye uptake and color strength of dyed modified fabric was 
markedly increased with an increase in the concentration of MAPTAC. เท addition, those properties 
obtained from modified cotton fabric were higher than those obtained from the dyeing of unmodified 
cotton fabric. This was attributed to the presence of the cationic groups of the MAPTAC that played a 
crucial role in attracting the anionic dyes from the dyebath. The finding results tended to su ggest that 
the dyeing properties of modified fabric were exactly dependent on the efficiency of MAPTAC fixation 
on cellulose during concurrent modifying and bleaching of cotton.
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