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Appendix A Extraction of chitin and chitosan from black tiger shrimp

Table A-l Exaction chitin from black tiger shrimp

Times Black tiger shrimp (g) Chitin (g) % Chitin
1 20.00 5.26 26.30
2 20.00 5.41 27.05
3 35.00 13.70 38.91
4 39.10 11.06 28.27
5 60.00 16.32 27.19
6 50.00 14.06 28.12
7 50.00 14.08 28.16
8 50.00 14.80 29.60
9 50.00 14.71 29.42
10 50.00 14.13 28.26
11 50.00 13.55 27.10
12 45.00 12.37 27.49
13 45.00 12.25 27.22
14 50.00 12.50 25.00
15 50.00 12.85 25.70
16 50.00 13.01 26.02
17 50.00 12.53 25.06
18 50.00 12.55 25.10
19 50.00 12.21 24.42

Total 864.10 237.35
Average 12.49 ±2.87 27.60 ±3.04
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Table A-2 Extraction chitosan from chitin

Times Chitin (g) Chitosan (g) % Chitosan
1 20.00 15.96 79.80
2 10.10 7.42 73.47
3 12.36 9.67 78.24
4 35.00 30.40 86.86
5 35.00 31.17 89.06
6 45.00 36.81 81.80
7 45.00 36.82 81.82

Total 202.46 168.25
Average 81.58 ±4.84

Appendix B Resin and acitivated carbon adsorbents
Table B-l Solubility effect of chitin, chitosan, crosslinking chitosan with GLA, 

blended chitosan/PVA resins and activated carbon

Solubility effect Resins
Chitin Chitosan Crosslinking 

chitosan with GLA
Blended

chitosan/PVA
Activated carbon

0.1% acetic acid Insoluble S o lu b le Insoluble S o lu b le Insoluble
0.1 % HC1 Insoluble S o lu b le Insoluble S o lu b le Insoluble
DI water Insoluble Insoluble Insoluble Insoluble Insoluble
0.1 % NaOH Insoluble Insoluble Insoluble Insoluble Insoluble
Buffer pH3 Insoluble Insoluble Insoluble Insoluble Insoluble
Buffer pH5 Insoluble Insoluble Insoluble Insoluble Insoluble
Buffer pH7 Insoluble Insoluble Insoluble Insoluble Insoluble
Buffer pH9 Insoluble Insoluble Insoluble Insoluble Insoluble
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Figure B-l Variation of Zeta potentials on pH of cutting fluids emulsion 

Table B-2 Absorbent of cutting fluid

Concentration (% พ/v) Abs
0.000 0.000

0.025 0.012
0.050 0.029
0.100 0.054
0.200 0.106
0.500 0.262
1.000 0.515
2.000 0.938
3.000 1.313
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Figure B-2 Standard curve of cutting fluids

Figure B-3 Adsorption capacity cutting fluid of adsorbents at 250 rpm with swing
shaker and cutting fluids concentration 0.5 % w/v of ♦  Chitin, ■  Chitosan, 
▲  Crosslinking chitosan with GLA, •  Blended chitosan/PVA and X

activated carbon
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Figure B-4 Adsorption capacity of cutting fluids by blended chitosan/PVA at pH 3



167

Appendix c  Chitin, chitosan, Crosslinking chitosan with GLA and blended 
chitosan/PVA

Table C-l Solubility of bead adsorbents in acid, base and deionized water

S o lu b i l i ty 0 .1  %  A c e t ic  
a c id

0.1 % 
H CI D e io n iz e d  w a te r 0.1  % 

N a O H
Chitin Insoluble Insoluble Insoluble Insoluble
Chitosan S o lu b le S o lu b le Insoluble Insoluble
Crosslinking chitosan with GLA Insoluble Insoluble Insoluble Insoluble
Blended chitosan/PVA S o lu b le S o lu b le Insoluble Insoluble

Table C-2 Size of adsorbents
Adsorbents Size (mm)

Chitin 0.64
Chitosan 1.92
Crosslinking chitosan with GLA 2.18
Blended chitosan/PVA 1.70

Table C-3 Swelling of bead adsorbents

Adsorbents Swelling (percent)
Chitin 3.35
Chitosan 14.83
Crosslinking chitosan with GLA 4.02
Blended chitosan/PVA 9.12

Table C-4 Moisture of bead adsorbents

Adsorbents Moisture (percent)
Chitin 57.10 ± 1.42
Chitosan 95.86 ±2.39
Crosslinking chitosan with GLA 93.79 ±2.16
Blended chitosan/PVA 98.19 ± 0.76
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Table C-6 Viscosity of chitosan solution

Times Chitosan solution (% w/v) (cP)
1.2 % w/v 1.7 % w/v 2.0 % w/v 2.2 % w/v 

(xio3)
1 476 925 2571 356
2 499 1028 2577 367
3 479 943 2588 368
4 479 942 2554 370
5 479 1045 2573 377
6 479 945 2576 379
7 497 935 2541 391
8 485 966 2573 398
9 493 943 2564 399
10 477 957 2577 398

Average 486.1 962.9 2571.4 380.3

Table C-7 Adsorption capacity (mg/g) of cutting fluids by chitosan and blended 
chitosan/PVA at cutting fluids concentration 0.1 % w/v and pH 3 of 
motor stirrer

Time chitosan Blended chitosan/PVA
(min) 600 rpm 1200 rpm 2000 rpm Blender 600 rpm 1200 rpm 2000 rpm Blender

0 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
10 22.52 25.90 26.46 20.83 5.63 21.96 21.96 18.02
20 20.83 27.59 25.90 21.40 6.19 21.96 21.96 19.71
30 22.52 27.03 26.46 19.71 6.19 21.96 21.96 20.83
60 22.52 25.34 28.15 21.40 7.32 21.96 21.96 21.96
90 23.09 27.03 27.59 23.09 7.88 21.96 21.96 21.96
180 23.09 28.15 26.46 27.03 6.76 21.96 21.96 21.96
360 22.52 28.15 28.15 28.72 8.45 21.96 21.96 21.96
720 22.52 28.15 28.15 28.15 19.71 21.96 21.96 21.96
1440 21.96 28.15 28.15 28.15 21.96 21.96 21.96 21.96
2880 21.96 28.15 28.15 28.15 33.78 21.96 21.96 21.96



Table C -8 A dsorption  capacity  (m g/g) o f  cutting  flu ids effect o f  chitosan concentration  1.2 -  2.2 % w /v

Time
(min)

Chitosan concentration 1.2 % (w/v) Chitosan concentration 1.7 % (w/v) Chitosan concentration 2.0 % (w/v) Chitosan concentration 2.2 % (w/v)
Cutting fluids concentration % (w/v) Cutting fluids concentration % (w/v) Cutting fluids concentration % (w/v) Cutting fluids concentration % (w/v)

0.10% 0.50% 1.00% 3.00% 0.10% 0.50% 1.00% 3.00% 0.10% 0.50% 1.00% 3.00% 0.10% 0.50% 1.00% 3.00%
0 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
15 10.14 3.94 50.11 73.20 6.19 18.02 101.91 26.46 7.88 1.13 80.52 28.72 9.01 12.39 73.20 19.71
30 10.14 4.50 53.49 73.20 9.01 24.77 105.29 29.28 7.88 2.25 119.37 33.78 9.01 8.45 78.27 21.96
45 10.14 5.07 60.25 76.58 9.57 25.90 109.23 29.84 8.45 2.25 125.00 34.35 10.14 11.82 83.33 19.71
60 10.70 5.07 65.32 79.95 10.14 29.28 109.80 28.72 9.57 3.38 126.69 39.41 11.26 16.89 86.15 16.33
90 10.70 7.32 73.20 79.95 10.70 30.97 116.55 28.72 9.57 2.82 129.50 33.78 11.26 19.14 91.22 23.65
120 10.70 10.70 76.01 77.70 11.82 32.66 118.24 28.15 9.57 3.38 136.26 39.41 11.82 21.40 95.72 29.28
180 14.08 20.27 82.77 75.45 12.39 34.91 121.06 28.15 10.14 10.14 133.45 36.60 11.82 21.40 101.35 29.84
240 17.45 40.54 88.96 72.64 13.51 43.36 124.44 27.59 10.14 10.70 135.14 31.53 11.82 27.03 104.17 29.28
300 18.02 46.73 93.47 73.20 13.51 46.73 125.00 27.03 10.14 28.15 136.26 30.41 12.39 30.97 108.11 30.41
360 18.58 51.80 95.72 72.64 14.64 51.80 125.00 28.15 14.08 31.53 137.39 27.03 14.64 33.22 110.36 29.84



qe
(m

g/g
)

170

Figure C-l Adsorption capacity of cutting fluids at concentration 0.1 % w/v and pH of 
♦  chitosan, ■  crosslinking chitosan with GLA and ▲  blended chitosan 
PVA

Figure C-2 Adsorption capacity of cutting fluids by chitin at pH 3 and cutting fluid
concentration ♦  0.05 % w/v, ■  0.30 % w/v and ▲  1.00 % w/v
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Figure C-3 Adsorption capacity of cutting fluids by chitosan at pH 3 and cutting fluids 
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Figure C-4 Adsorption capacity of cutting fluids by chitin at cutting fluids
c o n c e n tra tio n  ♦  0 .10  %  w /v , ■  0 .60  %  w /v  and  A  1.00 %  w /v ;
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Figure C-5 Adsorption capacity of cutting fluids of chitosan concentration 1.20 %
w/v, pH 3 at cutting fluids concentration ♦  0.10 % w/v, ■  0.50 % w/v, A
1.00 % w/v and X  3.00 % w/v
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Figure C-6 Adsorption capacity of cutting fluids of chitosan concentration 1.70 %
w/v, pH 3 At cutting fluids concentration ♦  0.10 % w/v, ■  0.50 % w/v, Â
1.00 % w/v and X  3.00 % w/v
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Figure C-7 Adsorption capacity of cutting fluids of chitosan concentration 2.00 % 
w/v, pH 3 At cutting fluids concentration ♦  0.10 % w/v, ■  0.50 % w/v, 
▲  1.00 % w/v and X  3.00 % w/v

Figure C-8 Adsorption capacity of cutting fluids of chitosan concentration 2.20 %
w /v , pH  3 at cu ttin g  flu id s co n cen tra tio n  ♦ 0.10 %  w /v , ■  0 .50  %  w /v , ▲

1.0 % w/v and X 3.00 % w/v
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Figure C-9 Comparing adsorption capacity of cutting fluids concentration 1.00 % w/v 
♦  blended chitosan/PVA 1:1, ■  blended chitosan/PVA 1:2 and 
▲  blended chitosan/PVA. 1:3

Figure C-10 Adsorption capacity of cutting fluids concentration 0 .1 0  % w/v by 
variation crosslinking chitosan with GLA ♦  0.1 %, ■  0.5  %, A 1.0 

% , 0 1.5 % , □  2 .0  % and A 2 .5  % v/v
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Figure C -ll Adsorption capacity of cutting fluids concentration 0.10 % w/v by
blended crosslinking chitosan/PVA with GLA ratio ♦  1:1, ■  1:2 and 
▲  1:3; and cutting fluids concentration 0.50 % w/v by blended 
crosslinking chitosan/PVA with GLA ratio 01:1,0 1:2 and Al:3
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Figure C-12 Adsorption capacity of variation pH cutting fluids concentration 0.50 % 
w/v by ♦  crosslinking chitosan with GLA, ■  blended crosslinking 
chitosan/PVA with GLA 1:1 and A blended crosslinking chitosan/PVA 
with GLA 1:2
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Appendix D Physical properties of bead adsorbents from batch mode
Table D-l Solubility of bead adsorbents

Solubility 0.1 % Acetic acid 0.1 % HC1 0.1 % NaOH Deionized water
Chitosan Soluble Soluble Insoluble Insoluble
Blended chitosan/PVA 1:1 Soluble Soluble Insoluble Insoluble
Blended chitosan/PVA 1:2 Soluble Soluble Insoluble Insoluble
Benzoyl chitosan Insoluble Insoluble Insoluble Insoluble
Quateraminated chitosan Insoluble Insoluble Insoluble Insoluble
CH-SDS Insoluble Insoluble Insoluble Insoluble
CH-C-Tab Soluble Soluble Insoluble Insoluble
CH-Tween 80 Soluble Soluble Insoluble Insoluble
BCH-SDS Insoluble Insoluble Insoluble Insoluble
BCH-C-Tab Soluble Soluble Insoluble Insoluble
BCH-Tween 80 Soluble Soluble Insoluble Insoluble

Table D-2 Size of bead adsorbents

Adsorbents Size (mm)
Chitosan 3.1
Blended chitosan/PVA 1:1 2.5
Blended chitosan/PVA 1:2 2.7
Benzoyl chitosan 2.4
Quateraminated chitosan 3.5
CH-SDS -
CH-C-Tab 2.3
CH-Tween 80 3.1
BCH-SDS -

BCH-C-Tab 2.0
BCH-Tween 80 2.0



Table D-3 Swelling of bead adsorbents
Adsorbents Swelling (percent)

Chitosan 28.33
Blended chitosan/PVA 1:1 29.38
Blended chitosan/PVA 1:2 27.13
Benzoyl chitosan 25.06
Quateraminated chitosan 27.47
CH-SDS 24.52
CH-C-Tab 19.77
CH-Tween 80 6.77
BCH-SDS 30.58
BCH-C-Tab 15.80
BCH-Tween 80 2.08

Table D-4 Moisture content of bead adsorbents

Adsorbents Moisture content 
(percent)

Chitosan 95.86
Blended chitosan/PVA 1:1 98.19
Blended chitosan/PVA 1:2 96.21
Benzoyl chitosan 93.22
Quateraminated chitosan 94.89
CH-SDS 72.28
CH-C-Tab 94.84
CH-Tween 80 96.09
CH-SDS 69.62
CH-C-Tab 95.49
CH-Tween 80 95.65
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Table D-5 Pore diameter and surface area of bead adsorbents

Adsorbents Pore diameter (ท๓) Surface area (m2/g)
Chitosan 6.12 1.67
Blended chitosan/PVA 1:1 6.68 1.87
Blended chitosan/PVA 1:2 17.10 2.10
Benzoyl chitosan 53.01 1.94
Quateraminated chitosan 50.28 1.96
CH-SDS 1.49 0.67
CH-C-Tab 8.25 0.13
CH-Tween 80 0.03 56.61
BCH-SDS 1.81 0.99
BCH-C-Tab 2.06 20.85
BCH-Tween 80 2.10 3.59

Table D-6 Contact angle of bead adsorbents
Adsorbents Contact angle (°)

Chitosan 24.99
Blended chitosan/PVA 1:1 19.71
Blended chitosan/PVA 1:2 24.98
Benzoyl chitosan 7.66
Quateraminated chitosan 23.93
CH-SDS 12.88
CH-C-Tab 23.68
CH-Tween 80 22.26
BCH-SDS 13.51
BCH-C-Tab 30.41
BCH-Tween 80 26.88
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p H

Figure D-l Zeta potential of A cutting fluids, 0 chitosan อ blended chitosan/PVA 1:1 
and A blended chitosan/PVA 1:2

Figure D-2 Zeta potential of A cutting fluids, 0 benzoyl chitosan and
□  quateraminated chitosan chitosan
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Figure D-3 Zeta potential of A cutting fluids, ♦  CH-SDS, ■  CH-C-Tab and A CH 
Tween 80

Figure D-4 Zeta potential of A cutting fluids, ♦  BCH-SDS, ■  BCH-C-Tab
and A BCH-Tween 80



183

Table D-7 Zeta potential (mV) of cutting fluids, chitosan, blended chitosan/PVA 1:1

pH cutting fluids Chitosan Blended chitosan/ 
PVA 1:1

Blended chitosan/ 
PVA 1:2

2 22.2 54.0 35.0 28.6
3 7.5 47.6 22.2 22.2
4 -77.5 34.9 17.7 15.0
5 -84.1 22.2 15.9 11.0
6 -92.1 15.9 9.5 5.7
7 -98.4 6.0 3.2 -5.5
8 -92.1 -3.2 -3.2 -9.5
9 -98.4 -9.5 -9.3 -12.1
10 -98.4 -13.3 -15.9 -15.9
11 -101.6 -15.9 -21.4 -22.2



Table D-8 Adsorption capacity (mg/g) of cutting fluids concentration 0.10 -  3.00 % w/v by chitosan, blended chitosan/PVA 1:1
and blended chitosan/PVA 1:2

Time
(min)

Chitosan Blended chitosan/PVA 1:1 Blended chitosan/PVA 1:2
Cutting fluids concentration % w/v Cutting fluids concentration % w/v Cutting fluids concentration % w/v

0.10% 0.50 % 1.00% 3.00% 0.10% 0.50 % 1.00% 3.00 % 0.10% 0.50 % 1.00% 3.00 %
0 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
5 13.51 81.08 121.62 65.32 32.66 110.36 118.24 140.77 22.52 95.72 144.14 172.30
10 15.77 172.30 163.29 77.70 34.91 185.81 264.64 234.23 25.90 99.10 149.77 181.31
15 16.89 174.55 212.84 91.22 39.41 186.94 368.24 236.49 28.15 97.97 174.55 210.59
20 16.89 177.93 216.22 102.48 39.41 189.19 395.27 224.10 30.41 113.74 230.86 213.96
30 18.02 179.05 221.85 115.99 42.79 190.32 390.77 230.86 32.66 123.87 238.74 216.22
45 19.14 185.81 227.48 141.89 42.79 191.44 391.89 235.36 32.66 129.50 245.50 215.09
60 21.40 183.56 225.23 154.28 42.79 190.32 400.90 237.61 33.78 132.88 262.39 208.33
90 21.40 199.32 233.11 153.15 43.92 192.57 407.66 245.50 33.78 139.64 284.91 212.84
120 21.40 197.07 236.49 149.77 48.42 188.06 420.05 251.13 34.91 145.27 281.53 217.34
180 20.27 193.69 235.36 127.25 47.30 198.20 402.03 251.13 34.91 140.77 282.66 212.84
240 20.27 192.57 237.61 127.25 46.17 191.44 384.01 247.75 37.16 137.39 279.28 218.47
300 20.27 185.81 239.86 137.39 43.92 192.57 388.51 242.12 36.04 135.14 278.15 212.84
360 20.27 183.56 237.61 130.63 43.92 194.82 382.88 242.12 33.78 136.26 277.03 210.59 oo
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Table D-9 Comparing adsorption capacity (mg/g) of cutting fluids concentration
1.00 % w/v, pH 3 by chitosan and blended chitosan/PVA 1:1

Time
(min) Chitosan Blended chitosan/PVA 1:1

0 0.00 0.00
5 121.62 118.24
10 163.29 264.64
15 212.84 368.24
20 216.22 395.27
30 221.85 390.77
45 227.48 391.89
60 225.23 400.90
90 233.11 407.66
120 236.49 420.05
180 235.36 402.03
240 237.61 384.01
300 239.86 388.51
360 237.61 382.88

Table D-10 Variation pH to adsorption capacity (mg/g) of cutting fluids
concentration 1.00 % w/v by chitosan and blended chitosan/PVA 1:1

pH Chitosan Blended chitosan/PVA 1:1
3 45.0 55.0
5 9.0 12.0
7 7.0 9.0
9 10.0 11.0
11 9.0 8.0
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Table D -ll Time profile adsorption capacity (mg/g) of cutting fluids effluent at pH 3 
By chitosan and blended chitosan/PVA 1:1

Time
(min) Chitosan Blended chitosan/PVA 1:1

0 0.00 0.00
5 534.91 613.74
10 652.03 674.55
15 655.41 677.93
20 649.77 674.55
30 650.90 673.42
45 647.52 676.80
60 657.66 680.18
90 657.66 665.54
120 652.03 682.43
180 661.04 683.56
240 663.29 683.56
300 667.79 686.94
360 668.92 684.68
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Table D-12 Zeta potential (mV) of cutting fluids, benzoyl chitosan and
quateraminated chitosan

pH cutting fluids Benzoyl chitosan Quateraminated chitosan
2 22.2 43.7 28.6
3 7.5 38.1 16.9
4 -77.5 27.8 9.8
5 -84.1 4.0 -0.5
6 -92.1 -3.2 -3.2
7 -98.4 -5.5 -9.5
8 -92.1 -7.2 -10.3
9 -98.4 -9.5 -9.5
10 -98.4 -17.3 -9.5
11 -101.6 -19.9 -12.1

Table D-13 Adsorption capacity (mg/g) of cutting fluids concentration 0.20 -  3.00 %
w/v by benzoyl chitosan and quateraminated chitosan

Time
(min)

Benzoyl chitosan Quateraminated
Cutting fluids concentration % w/v Cutting fluids concentration % w/v

0.20 % 1.00% 2.00 % 3.00 % 0.20 % 1.00 % 2.00 % 3.00 %
0 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
15 24.77 103.60 11.26 55.18 27.03 121.62 115.99 47.30
30 34.91 123.87 28.15 84.46 25.90 153.15 171.17 59.68
60 50.68 125.00 90.09 105.86 39.41 181.31 197.07 70.95
90 67.57 132.88 97.97 127.25 72.07 199.32 236.49 84.46
120 76.58 136.26 117.12 128.38 91.22 208.33 251.13 119.37
180 97.64 150.90 123.87 123.87 97.64 274.77 306.31 180.18
240 97.64 165.54 125.00 128.38 97.64 304.05 369.37 233.11
360 97.64 179.05 128.38 130.63 97.64 350.23 403.15 282.66
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Table D-14 Comparing adsorption capacity (mg/g) of cutting fluids concentration
1.00 % w/v, pH 3 by benzoyl chitosan and quateraminated chitosan

Time (min) Benzoyl chitosan Quateraminated chitosan
0 0.00 0.00
15 103.60 121.62
30 123.87 153.15
60 125.00 181.31
90 132.88 199.32
120 136.26 208.33
180 150.90 274.77
240 165.54 304.05
360 179.05 350.23

Table D-15 Variation pH to adsorption capacity (mg/g) of cutting fluids
concentration 1.00 % w/v by benzoyl chitosan and quateraminated 
chitosan

pH Benzoyl chitosan Quateraminated chitosan
3 91.0 91.0
5 13.0 20.0
7 41.0 36.0
9 24.0 44.0
11 28.0 24.0



189

Table D-16 Time profile adsorption capacity (mg/g) of effluent cutting fluids at pH 3
by benzoyl chitosan and quateraminated chitosan

Time
(min) Benzoyl chitosan Quateraminated chitosan

0 0.00 0.00
5 250.00 168.92
10 417.79 322.07
15 530.41 404.28
20 615.99 487.61
30 734.23 590.09
45 731.98 708.33
60 736.49 731.98
90 735.36 735.36
120 738.74 735.36
180 735.36 735.36
240 729.73 735.36
300 733.1 1 735.36
360 735.36 735.36

Table D-17 Zeta potential (mV) of cutting fluids, CH-SDS, CH-C-Tab
and CH-Tween 80

pH cutting
fluids CH-SDS CH-C-Tab CH-Tween 80

2 22.2 6.5 28.6 9.5
3 7.5 3.6 20.2 9.5
4 -77.5 4.0 17.0 8.5
5 -84.1 4.0 6.4 -1.1
6 -92.1 4.0 -8.6 -13.1
7 -98.4 4.0 -9.0 -19.7
8 -92.1 4.0 -11.5 -22.6
9 -98.4 1.9 -14.9 -22.7
10 -98.4 -22.2 -22.2 -22.2
11 -101.6 -34.4 -24.4 -28.6
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Table D-18 Comparing adsorption capacity (mg/g) of cutting fluids concentration
3.00 % w/v, pH 3 by CH-SDS, CH-C-Tab and CH-Tween 80

Time
(min) CH-SDS CH-C-Tab CH-Tween 80

0 0.00 0.00 0.00
5 819.82 1297.30 33.78
10 947.07 2382.88 176.80
15 1121.62 2325.45 2183.56
20 1591.22 2412.16 2340.09
30 1807.43 2439.19 2343.47
45 1962.84 2483.11 2343.47
60 2014.64 2454.95 2361.49
90 2182.43 2488.74 2359.23
120 2511.26 2462.84 2360.36
180 2512.39 2452.70 2393.02
240 2514.64 2476.35 2405.41
300 2515.77 2507.88 2422.30
360 2515.77 2514.64 2417.79



Table D-19 Adsorption capacity (mg/g) of cutting fluids concentration 0.10 -  3.00 % w/v by CH-SDS, CH-C-Tab and CH-Tween 80

Time
(min)

CH-SDS CH-C-Tab CH-Tween 80
Cutting fluids concentration % w/v Cutting fluids concentration % w/v Cutting fluids concentration % w/v

0.10% 0.50 % 1.00 % 2.00 % 3.00% 0.10% 0.50 % 1.00% 2.00 % 3.00% 0.10% 0.50 % 1.00% 2.00 % 3.00 %
0 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
5 1.13 55.18 126.13 193.69 819.82 5.63 139.64 182.43 1398.65 1297.30 38.29 91.22 385.14 1117.12 33.78
10 9.01 115.99 361.49 653.15 947.07 12.39 130.63 363.74 1341.22 2382.88 42.79 129.50 496.62 1192.57 176.80
15 2.25 352.48 568.69 813.06 1121.62 9.01 114.86 371.62 1389.64 2325.45 29.28 130.63 561.94 1270.27 2183.56
20 49.55 375.00 636.26 1049.55 1591.22 14.64 127.25 378.38 1403.15 2412.16 31.53 137.39 680.18 1313.06 2340.09
30 0.00 390.77 825.45 1168.92 1807.43 12.39 111.49 373.87 1412.16 2439.19 38.29 138.51 683.56 1318.69 2343.47
45 13.51 403.15 825.45 1514.64 1962.84 18.02 168.92 372.75 1540.54 2483.11 34.91 141.89 693.69 1420.05 2343.47
60 52.93 407.66 832.21 1574.32 2014.64 21.40 163.29 325.45 1534.91 2454.95 46.17 153.15 691.44 1328.83 2361.49
90 51.80 405.41 834.46 1725.23 2182.43 14.64 127.25 355.86 1515.77 2488.74 36.04 157.66 709.46 1337.84 2359.23
120 18.02 408.78 847.97 1725.23 2511.26 16.89 113.74 371.62 1638.51 2462.84 45.05 155.41 704.95 1350.23 2360.36
180 21.40 407.66 847.97 1725.23 2512.39 20.27 208.33 344.59 1674.55 2452.70 31.53 168.92 716.22 1420.05 2393.02
240 3.38 408.78 842.34 1725.23 2514.64 19.14 150.90 362.61 1674.55 2476.35 33.78 177.93 699.32 1454.95 2405.41
300 4.50 409.91 844.59 1725.23 2515.77 28.15 140.77 355.86 1703.83 2507.88 32.66 198.20 721.85 1510.14 2422.30
360 4.50 406.53 838.96 1725.23 2515.77 25.90 130.63 358.11 1722.97 2514.64 24.77 189.19 722.97 1503.38 2417.79



192

Table D-20 Variation pH to adsorption capacity (mg/g) of cutting fluids
concentration 3.00 % w/v by CH-SDS, CH-C-Tab and CH-Tween 80

pH CH-SDS CH-C-Tab CH-Tween 80
3 2516.0 2476.0 2417.0
5 849.0 203.0 241.0
7 747.0 88.0 180.0
9 333.0 42.0 195.0
11 309.0 97.0 146.0

Table D-21 Time profile for adsorption capacity (mg/g) of cutting fluids effluent
at pH 3 by CH-SDS, CH-C-Tab and CH-Tween 80

Time
(min) CH-SDS CH-C-Tab CH-Tween 80

0 0.00 0.00 0.00
5 46.17 269.14 298.42
10 54.05 266.89 297.30
15 63.06 268.02 296.17
20 67.57 256.76 306.31
30 120.50 242.12 307.43
45 165.54 266.89 311.94
60 199.32 261.26 329.95
90 229.73 257.88 329.95
120 297.30 266.89 326.58
180 389.64 284.91 324.32
240 443.69 269.14 325.45
300 519.14 268.02 325.45
360 590.09 264.64 326.58
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Table D-22 Zeta potential (mV) of cutting fluids, BCH-SDS, BCH-C-Tab and BCH-
Tween 80

pH cutting fluids BCH-SDS BCH-C-Tab BCH-Tween 80
2 22.2 11.9 8.7 19.6
3 7.5 11.9 8.1 9.0
4 -77.5 11.9 -9.5 5.4
5 -84.1 11.9 -11.3 -11.6
6 -92.1 11.9 -15.9 -12.4
7 -98.4 11.9 -16.8 -15.9
8 -92.1 11.9 -17.3 -22.2
9 -98.4 4.2 -22.2 -23.0
10 -98.4 -13.4 -28.6 -22.2
11 -101.6 -26.5 -29.1 -28.6

Table D-23 Adsorption capacity (mg/g) of cutting fluids concentration 0.10 -  3.00 % 
w/v by CH-SDS

Time
(min)

CH-SDS
Cutting fluids concentration % w/v

0.10% 0.50 % 1.00% 2.00 % 3.00%
0 0.00 0.00 0.00 0.00 0.00
5 1.13 216.22 336.71 206.08 1072.07
10 2.25 260.14 447.07 783.78 1140.77
15 15.77 308.56 459.46 868.24 1472.97
20 22.52 375.00 530.41 941.44 1496.62
30 24.77 400.90 593.47 1032.66 1506.76
45 28.15 405.41 708.33 1082.21 1747.75
60 30.41 400.90 734.23 1144.14 1865.99
90 33.78 404.28 747.75 1198.20 1932.43
120 38.29 411.04 784.91 1283.78 2064.19
180 37.16 413.29 816.44 1311.94 2161.04
240 32.66 413.29 837.84 1391.89 2202.70
300 33.78 413.29 842.34 1440.32 2248.87
360 36.04 413.29 846.85 1472.97 2310.81
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Table D-24 Variation of pH to adsorption capacity (mg/g) of cutting fluids
concentration 3.00 % w/v by BCH-SDS, BCH-C-Tab and BCH-Tween 80

pH BCH-SDS BCH-C-Tab BCH-Tween 80
3 2310.0
5 1360.0 416.0 420.0
7 1049.0 305.0 296.0
9 931.0 218.0 177.0
11 522.0 299.0 262.0

Table D-25 Time profile of adsorption capacity (mg/g) of effluent cutting fluids 
at pH 3 by BCH-SDS, BCH-C-Tab and BCH-Tween 80
Time
(min) BCH-SDS BCH-C-Tab BCH-Tween 80

0 0.00 0.00 0.00
5 42.79 278.15 313.06
10 46.17 279.28 323.20
15 79.95 279.28 335.59
20 48.42 280.41 332.21
30 87.84 277.03 349.10
45 135.14 284.91 350.23
60 227.48 299.55 344.59
90 393.02 284.91 345.72
120 505.63 290.54 346.85
180 564.19 287.16 329.95
240 610.36 289.41 341.22
300 662.16 291.67 351.35
360 692.57 290.54 332.21
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Table D-26 Adsorption capacity (mg/g) of cutting fluids by chitosan and blended
chitosan/PVA 1:1 adding salt 0.01 M

Salts Adsorbents
Chitosan Blended chitosan 1:1

Non-adding 69.82 77.80
NaCl 134.01 129.69
CaCl2 134.57 133.82
Fe(N03)3 79.77 62.12
Na2S04 32.85 24.96
CaS04 36.60 39.98
FeS04 48.24 44.11

Table D-27 Adsorption capacity (mg/g) of cutting fluids by benzoyl chitosan and
quateraminated chitosan adding salt 0.01 M

Salts Adsorbents
Benzoyl chitosan Quateraminated chitosan

Non-adding 90.47 90.84
NaCl 132.70 132.88
CaCl2 134.57 134.57
Fe(N03)3 83.15 92.34
Na2S04 51.24 65.32
CaS04 117.30 118.06
FeS04 86.90 134.57
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Table D-28 Adsorption capacity (mg/g) of cutting fluids by CH-SDS, CH-C-Tab and
CH-Tween 80 adding salt 0.01 M

Salts Adsorbents
CH-SDS CH-C-Tab CH-Tween 80

Non-adding 141.33 61.19 95.16
NaCl 134.57 133.07 134.57
CaCl2 132.51 134.57 130.82
Fe(N03)3 94.57 56.68 64.56
Na2S04 118.06 75.83 74.32
CaS04 119.93 85.59 78.27
FeS04 134.38 132.32 134.57

Table D-29 Adsorption capacity (mg/g) of cutting fluids by BCH-SDS, BCH-C-Tab 
and BCH-Tween 80 adding salt 0.01 M

Salts Adsorbents
BCH-SDS BCH-C-Tab BCH-Tween 80

Non-adding 132.88 133.45 134.01
NaCl 133.63 132.32 134.57
CaCl2 94.97 52.93 48.80
Fe(N03)3 116.93 40.92 61.75
Na2SO4 118.06 58.37 70.57
CaS04 134.57
FeS04 141.33
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Table D-30 Adsorption capacity (mg/g) of cutting fluids adding salts NaCl and CaCb 
concentration 0.01 -  0.05 M

Salts NaCl CaCl2
Adsorbents non 0.01 M 0.05 M 0.01 M 0.05 M

Chitosan 69.82 134.01 138.14 134.57 138.95
Blended chitosan/PVA 1:1 77.80 129.69 138.14 133.82 138.14
Benzoyl chitosan 90.47 132.70 138.14 134.57 138.14
Quateraminated chitosan 90.84 132.88 138.14 134.57 136.64
CH-SDS 141.33 134.57 138.14 132.51 138.14
CH-C-Tab 61.19 133.07 42.42 134.57 138.14
CH-Tween 80 95.16 134.57 138.14 130.82 138.14
BCH-SDS 132.88 133.63 137.01 94.97 138.14
BCH-C-Tab 133.45 132.32 135.14 52.93 138.58
BCH-Tween 80 134.01 134.57 18.96 48.80 137.95



Appendix E Adsorption isotherms of adsorbents

T a b l e  E - l  Adsorption isotherms of chitosan

N o W e ig h t  o f  
a d s o r b e n ts  (m g )

V o lu m e
( c m 3) (m g /1 ) x ( g ) ( x /m )

(m g /g )
L a n g m u ir F r e u n d l ic h B E T

l/c l / ( x /m ) c x /m cs-c C /( ( C s- C ) (x /m ) ) c/cs
1 8 0 0 0 5 0 83 7 3 3 .3 5 0 .0 9 1 7 0 .0 1 2 0 5 10 .9 7 3 3 .3 5 0 .0 9 1 7 1 4 6 6 7 .0 0 .0 6 2 0 .0 0 5 6

2 6 0 0 0 5 0 151 7 2 9 .9 5 0 .1 2 1 7 0 .0 0 6 6 2 8 .2 7 2 9 .9 5 0 .1 2 1 7 1 4 5 9 9 .0 0 .0 8 5 0 .0 1 0 2

3 4 0 0 0 5 0 511 7 1 1 .9 5 0 .1 7 8 0 0 .0 0 1 9 6 5 .6 7 1 1 .9 5 0 .1 7 8 0 1 4 2 3 9 .0 0 .2 0 2 0 .0 3 4 6

4 2 0 0 0 5 0 9 8 4 6 8 8 .3 0 0 .3 4 4 2 0 .0 0 1 0 2 2 .9 6 8 8 .3 0 0 .3 4 4 2 1 3 7 6 6 .0 0 .2 0 8 0 .0 6 6 7

5 0 5 0 1 4 7 5 0 0 0 1 4 7 5 0 .0



Table E-2 Adsorption isotherms of Blended chitosan/PVA 1:1

N o W e ig h t  o f  
a d s o r b e n ts  (m g )

V o lu m e
( c m 3) (m g /1 ) x ( g ) (x /m )

( m g /g )
L a n g m u ir F re u n d l ic h B E T

l/c l / ( x /m ) c x /m cs-c C /( ( C s-C ) ( x /m ) ) c/cs
1 8 0 0 0 5 0 6 0 4 6 .2 0 0 .0 0 5 8 0 .0 1 6 6 6 6 7 1 7 3 .2 6 0 0 .0 0 5 8 9 2 4 1 1 .2 4 4 0 .0 6 1 0

2 6 0 0 0 5 0 83 4 5 .0 5 0 .0 0 7 5 0 .0 1 2 0 4 8 2 1 3 3 .2 83 0 .0 0 7 5 901 1 2 .2 6 9 0 .0 8 4 3

3 4 0 0 0 5 0 150 4 1 .7 0 0 .0 1 0 4 0 .0 0 6 6 6 6 7 9 5 .9 150 0 .0 1 0 4 8 3 4 1 7 .2 5 2 0 .1 5 2 4

4 2 0 0 0 5 0 2 4 0 3 7 .2 0 0 .0 1 8 6 0 .0 0 4 1 6 6 7 5 3 .8 2 4 0 0 .0 1 8 6 7 4 4 1 7 .3 4 3 0 .2 4 3 9

5 1 0 0 0 5 0 331 3 2 .6 5 0 .0 3 2 7 0 .0 0 3 0 2 1 1 3 0 .6 331 0 .0 3 2 7 6 5 3 1 5 .5 2 5 0 .3 3 6 4

6 0 5 0 9 8 4 0 0 .0 0 1 0 1 6 3 9 8 4 0



Table E-3 Adsorption isotherms of benzoyl chitosan

N o W e ig h t  o f  
a d s o r b e n ts  (m g )

V o lu m e
( c m 3) (m g /1 ) X (g ) ( x /m )

(m g /g )
L a n g m u ir F r e u n d l ic h B E T

l/c l / ( x /m ) c x /m cs-c C /( ( C s- C ) (x /m ) ) c/cs
1 6 0 0 0 5 0 2 4 9 3 .0 4 2 0 .0 5 0 .0 7 0 0 0 .0 0 0 4 0 1 14 .3 2 4 9 3 .0 0 .0 7 0 0 8 4 0 1 .0 4 .2 3 9 0 .2 2 8 8

2 4 0 0 0 5 0 4 7 6 8 .0 3 0 6 .3 0 0 .0 7 6 6 0 .0 0 0 2 1 13.1 4 7 6 8 .0 0 .0 7 6 6 7 5 6 8 .0 4 .6 4 6 0 .3 0 5 3

3 2 0 0 0 5 0 6 0 7 4 2 4 1 .0 0 0 .1 2 0 5 0 .0 0 0 1 6 8 .3 6 0 7 4 0 .1 2 0 5 4 8 2 0 1 0 .4 5 8 0 .5 5 7 6

4 10 0 0 5 0 7 3 1 3 1 7 9 .0 5 0 .1 7 9 1 0 .0 0 0 1 3 7 5 .6 7 3 1 3 0 .1 7 9 1 3 5 8 1 1 1 .4 0 6 0 .6 7 1 3

5 5 0 0 5 0 9 1 6 0 8 6 .7 0 0 .1 7 3 4 0 .0 0 0 1 0 9 5 .8 9 1 6 0 0 .1 7 3 4 1 7 3 4 - -

6 0 5 0 1 0 8 9 4 0 1 0 8 9 4 1 0 8 9 4



Table E-4 Adsorption isotherms of quateraminated chitosan

N o W e ig h t  o f  
a d s o r b e n ts  (m g )

V o lu m e
( c m 3) (m g /1 ) X (g ) (x /m )

( m g /g )
L a n g m u ir F r e u n d l ic h B E T

l/c l / ( x /m ) c x /m cs-c C /( ( C 5-C ) ( x /m ) ) c/cs
1 6 0 0 0 5 0 1 2 8 .0 9 1 .2 0 0 .0 1 5 2 _ _ 1 2 8 .0 0 .0 1 5 2 1 8 2 4 .0 4 .6 1 7 0 .0 6 5 6
2 4 0 0 0 5 0 8 7 1 .0 5 4 .0 5 0 .0 1 3 5 0 .0 0 1 1 4 8 7 4 .0 8 7 1 .0 0 .0 1 3 5 1 0 8 1 .0 5 9 .6 2 9 0 .4 4 6 2
3 2 0 0 0 5 0 1121 4 1 .5 5 0 .0 2 0 8 0 .0 0 0 8 9 4 8 .1 1121 0 .0 2 0 8 8 3 1 .0 6 4 .9 3 3 0 .5 7 4 3
4 1 0 0 0 5 0 1 4 1 2 2 7 .0 0 0 .0 2 7 0 0 .0 0 0 7 0 8 3 7 .0 14 1 2 0 .0 2 7 0 5 4 0 .0 9 6 .8 4 5 0 .7 2 3 4
5 5 0 0 5 0 1 6 8 2 1 3 .5 0 0 .0 2 7 0 0 .0 0 0 5 9 5 3 7 .0 1 6 8 2 0 .0 2 7 0 2 7 0 .0 _ _

6 0 5 0 1 9 5 2 0 19 5 2 1 9 5 2 .0 - -



Table E-5 Adsorption isotherms of CH-SDS

N o W e ig h t  o f  
a d s o r b e n ts  (m g )

V o lu m e
( c m 3) (m g /1 ) x ( g ) ( x /m )

( m g /g )
L a n g m u ir F r e u n d l ic h B E T

l/c l / ( x /m ) c x /m cs-c C /( ( C s- C ) (x /m ) ) c/cs
1 6 0 0 0 5 0 16 2 5 1 5 .7 0 0 .4 1 9 3 0 .0 6 2 5 0 0 0 2 .4 16 0 .4 1 9 3 5 0 2 7 0 0 .0 0 3 0 .0 0 1 2

2 4 0 0 0 5 0 105 2 5 1 1 .2 5 0 .6 2 7 8 0 .0 0 9 5 2 3 8 1.6 105 0 .6 2 7 8 5 0 2 2 5 0 .0 0 3 0 .0 0 2 1

3 2 0 0 0 5 0 4 3 8 5 2 2 9 7 .2 5 1 .1 4 8 6 0 .0 0 0 2 2 8 1 0 .9 4 3 8 5 1 .1 4 8 6 4 5 9 4 5 0 .0 8 3 0 .0 8 7 1

4 1 0 0 0 5 0 6 6 8 2 2 1 8 2 .4 0 2 .1 8 2 4 0 .0 0 0 1 4 9 7 0 .5 6 6 8 2 2 .1 8 2 4 4 3 6 4 8 0 .0 7 0 0 .1 3 2 8

5 500 5 0 2 7 0 2 0 1 1 6 5 .5 0 2 .3 3 1 0 3 .7 0 1 E -0 5 0 .4 2 7 0 2 0 2 .3 3 1 0 2 3 3 1 0 0 .4 9 7 0 .5 3 6 9

6 0 5 0 5 0 3 3 0 0 5 0 3 3 0 5 0 3 3 0



Table E-6 Adsorption isotherm of CH-C-Tab

N o W e ig h t  o f  
a d s o r b e n ts  (m g )

V o lu m e
( c m 3) (m g /1 ) x ( g ) (x /m )

( m g /g )
L a n g m u ir F re u n d l ic h B E T

l /c l / ( x /m ) c x /m c s-c C /( ( C s- C ) (x /m ) ) c /c s
1 6 0 0 0 5 0 3 5 5 1 1 5 4 8 .4 5 0 .2 5 8 1 0 .0 0 0 2 8 1 6 3 .9 3 5 5 1 0 .2 5 8 1 3 0 9 6 9 0 .4 4 4 0 .1 0 2 9

2 4 0 0 0 5 0 4 9 7 0 1 4 7 7 .5 0 0 .3 6 9 4 0 .0 0 0 2 0 1 2 2 .7 4 9 7 0 0 .3 6 9 4 2 9 5 5 0 0 .4 5 5 0 .1 4 4 0

3 2000 5 0 6 5 0 2 1 4 0 0 .9 0 0 .7 0 0 5 - - 6 5 0 2 0 .7 0 0 5 2 8 0 1 8 0 .3 3 1 0 .1 8 8 4

4 1000 5 0 7 6 9 5 1 3 4 1 .2 5 1 .3 4 1 3 - - 7 6 9 5 1 .3 4 1 3 2 6 8 2 5 0 .2 1 4 0 .2 2 2 9

5 5 0 0 5 0 2 7 0 2 0 3 7 5 .0 0 - 3 .7 0 1 E - 0 5 1.3 2 7 0 2 0 - 7 5 0 0 4 .8 0 4 0 .7 8 2 7

6 0 50 3 4 5 2 0 0 3 4 5 2 0 5 0 3 3 0



Table E-7 Adsorption isotherms of CH-Tween 80

N o W e ig h t  o f  
a d s o r b e n ts  (m g )

V o lu m e
( c m 3) (m g /1 ) x ( g )

(x /m )
( m g /g )

L a n g m u ir F re u n d l ic h B E T

l/c l / ( x /m ) c x /m cs-c C /( ( C s- C ) (x /m ) ) c/cs
1 6 0 0 0 5 0 5 5 6 5 7 .4 0 0 .0 0 9 6 0 .0 0 1 7 9 8 6 1 0 4 .5 5 5 6 0 .0 0 9 6 1 1 4 8 5 0 .6 2 6 0 .3 2 6 3

2 4 0 0 0 5 0 6 4 6 5 2 .9 0 0 .0 1 3 2 0 .0 0 1 5 4 8 7 5 .6 6 4 6 0 .0 1 3 2 105 8 4 6 .1 6 9 0 .3 7 9 1
oJ 2 0 0 0 5 0 8 9 4 4 0 .5 0 0 .0 2 0 3 0 .0 0 1 1 1 8 6 4 9 .4 8 9 4 0 .0 2 0 3 8 1 0 - -

4 100 0 5 0 1 0 0 6 3 4 .9 0 0 .0 3 4 9 0 .0 0 0 9 9 4 0 2 8 .7 1 0 0 6 0 .0 3 4 9 6 9 8 4 1 .2 9 7 0 .5 9 0 4

5 5 0 0 5 0 1 1 8 6 2 5 .9 0 0 .0 5 1 8 8 .4 3 2 E -0 4 19.3 1 1 8 6 0 .0 5 1 8 5 1 8 4 4 .2 0 0 0 .6 9 6 0

6 0 5 0 1 7 0 4 0 170 4 5 0 3 3 0



Table E-8 Adsorption isotherms of BCH-SDS

N o W e ig h t  o f  
a d s o r b e n ts  (m g )

V o lu m e
( c m 3) c (m g /1 ) X (g ) (x /m )

(m g /g )
L a n g m u ir F re u n d l ic h B E T

l/c l / ( x /m ) c x /m cs-c C /( ( C 5- C ) (x /m ) ) c/cs
1 4 0 0 0 5 0 2 4 0 2 5 0 4 .5 0 0 .6 2 6 1 0 .0 0 4 1 6 6 7 1.6 2 4 0 0 .6 2 6 1 5 0 0 9 0 0 .0 0 8 0 .0 0 4 8

2 2 0 0 0 5 0 1 2 1 0 2 4 5 6 .0 0 1 .2 2 8 0 0 .0 0 0 8 2 6 4 0.8 1 2 1 0 1 .2 2 8 0 4 9 1 2 0 0 .0 2 0 0 .0 2 4 0

3 10 0 0 5 0 4 1 1 5 2 3 1 0 .7 5 2 .3 1 0 8 0 .0 0 0 2 4 3 0 0 .4 4 1 1 5 2 .3 1 0 8 4 6 2 1 5 0 .0 3 9 0 .0 8 1 8

4 5 0 0 5 0 1 5 3 5 3 1 7 4 8 .8 5 3 .4 9 7 7 6 .5 1 3 E - 0 5 0 .3 1 5 3 5 3 3 .4 9 7 7 3 4 9 7 7 0 .1 2 5 0 .3 0 5 0

5 0 5 0 5 0 3 3 0 0 5 0 3 3 0 5 0 3 3 0

o
on



Table E-9 Adsorption isotherms of BCH-C-Tab

N o W e ig h t  o f  
a d s o r b e n ts  ( m g )

V o lu m e
( c m 3) (m g /1 ) x ( g ) ( x /m )

(m g /g )
L a n g m u ir F re u n d l ic h B E T

l/c l / ( x /m ) . c x /m cs-c C /( ( C s- C ) (x /m ) ) c/cs
1 6 0 0 0 5 0 3 3 6 8 6 4 4 7 .1 0 0 .0 7 4 5 2 .9 6 9 E -0 5 13 .4 3 3 6 8 6 0 .0 7 4 5 8 9 4 2 5 0 .5 5 5 0 .7 9 0 2

2 4 0 0 0 5 0 3 3 9 1 2 4 3 5 .8 0 0 .1 0 9 0 2 .9 4 9 E - 0 5 9 .2 3 3 9 1 2 0 .1 0 9 0 8 7 1 6 3 5 .7 1 2 0 .7 9 5 5

3 2 0 0 0 5 0 3 4 3 8 5 4 1 2 .1 5 0 .2 0 6 1 2 .9 0 8 E - 0 5 4 .9 3 4 3 8 5 0 .2 0 6 1 8 2 4 3 2 0 .2 4 2 0 .8 0 6 6

4 1 0 0 0 5 0 3 4 6 7 7 3 9 7 .5 5 0 .3 9 7 6 0 .0 0 0 0 2 8 8 2 .5 3 4 6 7 7 0 .3 9 7 6 7 9 5 1 10 .971 0 .8 1 3 5

5 5 0 0 5 0 3 5 4 6 6 3 5 8 .1 0 0 .3 5 8 1 - - 3 5 4 6 6 0 .3 5 8 1 7 1 6 2 6 .9 1 4 0 .8 3 2 0

6 0 5 0 4 2 6 2 8 0 4 2 6 2 8 5 0 3 3 0



Table E-10 Adsorption isotherms of BCH-Tween 80

N o W e ig h t  o f  
a d s o r b e n ts  (m g )

V o lu m e
( c m 3) (m g /1 ) x ( g ) ( x /m )

( m g /g )
L a n g m u ir F re u n d l ic h B E T

l/c l / ( x /m ) c x /m cs-c C /( ( C s-C ) (x /m ) ) c/cs
1 6 0 0 0 5 0 3 3 0 3 3 4 7 9 .7 5 0 .0 8 0 0 3 .0 2 7 E -0 5 12 .5 3 3 0 3 3 0 .0 8 0 0 9 5 9 5 4 3 .0 5 7 0 .7 7 4 9

2 4 0 0 0 50 3 4 0 9 2 4 2 6 .8 0 0 .1 0 6 7 2 .9 3 3 E -0 5 9 .4 3 4 0 9 2 0 .1 0 6 7 8 5 3 6 3 7 .4 3 1 0 .7 9 9 8

3 2 0 0 0 5 0 3 4 2 5 0 4 1 8 .9 0 0 .2 0 9 5 2 .9 2 E -0 5 4 .8 3 4 2 5 0 0 .2 0 9 5 8 3 7 8 1 9 .5 1 8 0 .8 0 3 5

4 1 0 0 0 5 0 3 4 3 1 7 4 1 5 .5 5 0 .4 1 5 6 0 .0 0 0 0 2 9 1 2 .4 3 4 3 1 7 0 .4 1 5 6 8 3 1 1 9 .9 3 6 0 .8 0 5 0

5 5 0 0 5 0 3 5 5 1  1 3 5 5 .8 5 0 .3 5 5 9 0 .0 0 0 0 2 8 2 2 .8 3 5 5 1 1 0 .3 5 5 9 7 1 1 7 7 .0 1 1 0 .8 3 3 0

6 0 5 0 4 2 6 2 8 0 4 2 6 2 8 5 0 3 3 0



A p p e n d i x  F  Kinetic and mechanism of adsorption

T a b l e  F - l  Pseudo-first-order of chitosan and blended chitosan/PVA 1:1
Time
(min)

Pseudo-first-order
Chitosan Blended chitosan/PVA 1:1

qe (mg/g) qe'fit log(qe-qt) qe (mg/g) qe~qt log(qe-qt)
0 0.00 237.61 2.38 0.00 382.88 2.58
5 121.62 115.99 2.06 118.24 264.64 2.42
10 163.29 74.32 1.87 264.64 118.24 2.07
15 212.84 24.77 1.39 368.24 14.64 1.17
20 216.22 21.40 1.33 395.27 -12.39 #NUM!
30 221.85 15.77 1.20 390.77 -7.88 #NUM!
45 227.48 10.14 1.01 391.89 -9.01 #NUM!
60 225.23 12.39 1.09 400.90 -18.02 #NUM!
90 233.11 4.50 0.65 407.66 -24.77 #NUM!
120 236.49 1.13 0.05 420.05 -37.16 #NUM!
180 235.36 2.25 0.35 402.03 -19.14 #NUM!
240 237.61 0.00 #NUM! 384.01 -1.13 #NUM!
300 239.86 -2.25 #NUM! 388.51 -5.63 #NบM!
360 237.61 0.00 382.88 0.00



Table F-2 Pseudo-second-order of chitosan and blended chitosan/PVA 1:1

Time
(min)

Pseudo-second-order
Chitosan Blended chitosan/PVA 1:1

qe (mg/g) t/qt qe (mg/g) t/qt
0 0.00 0.0000 0.00 0.000
5 121.62 0.0411 118.24 0.042
10 163.29 0.0612 264.64 0.038
15 212.84 0.0705 368.24 0.041
20 216.22 0.0925 395.27 0.051
30 221.85 0.1352 390.77 0.077
45 227.48 0.1978 391.89 0.115
60 225.23 0.2664 400.90 0.150
90 233.11 0.3861 407.66 0.221
120 236.49 0.5074 420.05 0.286
180 235.36 0.7648 402.03 0.448
240 237.61 1.0100 384.01 0.625
300 239.86 1.2507 388.51 0.772
360 237.61 1.5151 382.88 0.940



Table F-3 Intraparticle diffusion of chitosan and blended chitosan/PVA 1:1

.0 .5
Chitosan Blended chitosan/PVA 1:1

q t q t

0.00 0.00 0.00
2.24 121.62 118.24
3.16 163.29 264.64
3.87 212.84 368.24
4.47 216.22 395.27
5.48 221.85 390.77
6.71 227.48 391.89
7.75 225.23 400.90
9.49 233.11 407.66
10.95 236.49 420.05
13.42 235.36 402.03
15.49 237.61 384.01
17.32 239.86 388.51
18.97 237.61 382.88



Table F-4 Pseudo-first-order of benzoyl chitosan and quateraminated chitosan

Time (min)
Pseudo-first-order

Benzoyl chitosan Quateraminated chitosan
qe (mg/g) qe-qt log(qe-q,) qe (mg/g) qe-qt log(qe-q,)

0 0.00 0.00 #NUM! 0.00 0.00 #NUM!
15 33.22 57.56 1.76 51.05 39.73 1.60
30 54.05 36.73 1.57 61.00 29.79 1.47
60 70.01 20.78 1.32 82.77 8.01 0.90
90 89.71 1.07 0.03 85.96 4.82 0.68
120 89.90 0.88 -0.05 88.78 2.01 0.30
180 90.78 0.00 #NUM! 90.78 0.00 #NUM!
240 90.78 0.00 #NUM! 90.78 0.00 #NUM!
360 90.78 0.00 #NUM! 90.78 0.00 #NUM!



Table F-5 Pseudo-second-order of benzoyl chitosan and quateraminated chitosan

Time (min)
Pseudo-second-order

Benzoyl chitosan Quateraminated chitosan
qe t/qt qe t/qt

0 0.00 0.0000 0.00 0.000
15 33.22 0.4515 51.05 0.294
30 54.05 0.5550 61.00 0.492
60 70.01 0.8571 82.77 0.725
90 89.71 1.0032 85.96 1.047
120 89.90 1.3348 88.78 1.352
180 90.78 1.9827 90.78 1.983
240 90.78 2.6436 90.78 2.644
360 90.78 3.9654 90.78 3.965



Table F-6 Intraparticle diffusion of benzoyl chitosan and quateraminated chitosan

t 0 .5
Intrapartical

Benzoyl chitosan Quateraminated chitosan
q t q t

0.00 0.00 0.00
3.87 33.22 51.05
5.48 54.05 61.00
7.75 70.01 82.77
9.49 89.71 85.96
10.95 89.90 88.78
13.42 90.78 90.78
15.49 90.78 90.78
18.97 90.78 90.78



Table F-7 Pseudo-first-order of CH-SDS, CH-C-Tab and CH-Tween 80

Time
(min)

Pseudo-first-order
CH-SDS CH-C-Tab CH-Tween 80

9e (mg/g) qe-qt log(qe-qt) 9e (mg/g) qe-qt log(qe-qt) qe (mg/g) qe-qt log(qe-qt)
0 0.00 2515.77 3.40 0.00 2514.64 3.40 0.00 2418 3.38
5 819.82 1695.95 3.23 1297.30 1217.34 3.09 146.40 2271 3.36
10 947.07 1568.69 3.20 2382.88 131.76 2.12 176.80 2241 3.35
15 1121.62 1394.14 3.14 2325.45 189.19 2.28 2183.56 234 2.37
20 1591.22 924.55 2.97 2412.16 102.48 2.01 2340.09 78 1.89
30 1807.43 708.33 2.85 2439.19 75.45 1.88 2343.47 74 1.87
45 1962.84 552.93 2.74 2483.11 31.53 1.50 2343.47 74 1.87
60 2014.64 501.13 2.70 2454.95 59.68 1.78 2361.49 56 1.75
90 2182.43 333.33 2.52 2488.74 25.90 1.41 2359.23 59 1.77
120 2511.26 4.50 0.65 2462.84 51.80 1.71 2360.36 57 1.76
180 2512.39 3.38 0.53 2452.70 61.94 1.79 2393.02 25 1.39
240 2514.64 1.13 0.05 2476.35 38.29 1.58 2405.41 12 1.09
300 2515.77 0.00 #NUM! 2507.88 6.76 0.83 2422.30 -5 #NUM!
360 2515.77 0.00 2514.64 0.00 2417.79 0



Table F-8 Pseudo-second-order of CH-SDS, CH-C-Tab and CH-Tween 80

Time
(min)

Pseudo-second-order
CH-SDS CH-C-Tab CH-Tween 80

9 e t/qt q e t/qt qe t/qt

0 0.00 0.0000 0.00 0.000 0.00 0.000
5 819.82 0.0061 1297.30 0.004 146.40 0.034
10 947.07 0.0106 2382.88 0.004 176.80 0.057
15 1121.62 0.0134 2325.45 0.006 2183.56 0.007
20 1591.22 0.0126 2412.16 0.008 2340.09 0.009
30 1807.43 0.0166 2439.19 0.012 2343.47 0.013
45 1962.84 0.0229 2483.11 0.018 2343.47 0.019
60 2014.64 0.0298 2454.95 0.024 2361.49 0.025
90 2182.43 0.0412 2488.74 0.036 2359.23 0.038
120 2511.26 0.0478 2462.84 0.049 2360.36 0.051
180 2512.39 0.0716 2452.70 0.073 2393.02 0.075
240 2514.64 0.0954 2476.35 0.097 2405.41 0.100
300 2515.77 0.1192 2507.88 0.120 2422.30 0.124
360 2515.77 0.1431 2514.64 0.143 2417.79 0.149



Table F-9 Intraparticle diffusion of CH-SDS, CH-C-Tab and CH-Tween 80

t  0.5 Intrapartical
CH-SDS CH-C-Tab CH-Tween 80

q t q t q t

0.00 0.00 0.00 0.00
2.24 819.82 1297.30 146.40
3.16 947.07 2382.88 176.80
3.87 1121.62 2325.45 2183.56
4.47 1591.22 2412.16 2340.09
5.48 1807.43 2439.19 2343.47
6.71 1962.84 2483.11 2343.47
7.75 2014.64 2454.95 2361.49
9.49 2182.43 2488.74 2359.23
10.95 2511.26 2462.84 2360.36
13.42 2512.39 2452.70 2393.02
15.49 2514.64 2476.35 2405.41
17.32 2515.77 2507.88 2422.30
18.97 2515.77 2514.64 2417.79



Table F-10 Pseudo-first-order of BCH-SDS

Time (min)
Pseudo-first-order

BCH-SDS
qe (mg/g) qe-qt log(qe- qt)

0 0.00 2310.81 3.36
5 1072.07 1238.74 3.09
10 1140.77 1170.05 3.07
15 1472.97 837.84 2.92
20 1496.62 814.19 2.91
30 1506.76 804.05 2.91
45 1747.75 563.06 2.75
60 1865.99 444.82 2.65
90 1932.43 378.38 2.58
120 2064.19 246.62 2.39
180 2161.04 149.77 2.18
240 2202.70 108.11 2.03
300 2248.87 61.94 1.79
360 2310.81 0.00



Table F -ll Pseudo-second-order of BCH-SDS

Time (min)
Pseudo-second-order

BCH-SDS
qe (mg/g) t/qt

0 0.00 0.0000
5 1072.07 0.0047
10 1140.77 0.0088
15 1472.97 0.0102
20 1496.62 0.0134
30 1506.76 0.0199
45 1747.75 0.0257
60 1865.99 0.0322
90 1932.43 0.0466
120 2064.19 0.0581
180 2161.04 0.0833
240 2202.70 0.1090
300 2248.87 0.1334
360 2310.81 0.1558



Table F-12 Intraparticla diffusion of BCH-SDS
t 0.5 qt (mg/g)
0.00 0.00
2.24 1072.07
3.16 1140.77
3.87 1472.97
4.47 1496.62
5.48 1506.76
6.71 1747.75
7.75 1865.99
9.49 1932.43
10.95 2064.19
13.42 2161.04
15.49 2202.70
17.32 2248.87
18.97 2310.81



Appendix G Effect of temperature
Table G-l Effect of temperature on adsorption capacity (mg/g) at pH 3of chitosan and blended chitosan/PVA 1:1

Time
(min)

Chitosan Blended chitosan/PVA 1:1
pH 3 pH 3

33 ° c 38 ° c 43 ° c 48 ° c 33 ° c 38 ° c 43 ° c 48 ° c
0 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
5 23.84 25.34 29.84 29.09 15.20 24.77 24.02 28.15
10 24.40 28.53 31.16 33.03 20.27 26.46 26.09 30.97
15 23.84 29.09 31.72 33.03 25.15 24.02 26.46 32.28
20 25.71 30.22 32.28 33.03 26.46 24.59 27.03 33.03
30 25.34 31.16 32.09 33.03 24.77 25.90 29.28 33.03
45 25.71 31.91 32.85 33.03 24.77 26.84 29.28 33.03
60 27.78 31.72 33.03 33.03 24.40 27.03 30.22 33.03
90 28.15 31.53 33.03 33.03 24.96 26.65 30.22 33.03
120 30.59 31.53 33.03 33.03 24.59 27.21 30.22 33.03
180 29.65 31.72 33.03 33.03 24.59 25.90 30.22 33.03
240 29.47 31.72 33.03 33.03 24.96 26.28 30.22 33.03
300 28.72 32.47 33.03 33.03 24.59 25.90 31.16 33.03
360 29.09 32.85 33.03 33.03 25.15 26.46 31.72 33.03 220



Table G-2 Effect of temperature on adsorption capacity (mg/g) at pH 3 of benzoyl chitosan and quateraminated chitosan

Time
(min)

Benzoyl chitosan Quateraminated chitosan
pH 3 pH 3

33 ° c 38  ° c 43 ° c 48  ° c 33 ° c 38 ° c 43 ° c 48  ° c
0 0 .0 0 0 .0 0 0 .0 0 0 .0 0 0 .00 0 .0 0 0 .00 0 .0 0
5 1.31 4 .6 9 8 .63 8 .82 3 .38 6 .76 4 .8 8 5 .07
10 2 .0 6 7.51 8 .26 12 .20 3 .94 7 .88 6 .76 8.63
15 3 .1 9 7 .88 10 .32 12.58 7 .32 9 .20 9.01 9 .76
20 4 .6 9 8 .07 11 .26 14 .26 5 .82 9 .7 6 10.51 11.45
30 4 .8 8 9 .5 7 13 .70 15.95 8.26 12.58 13 .70 14.26
45 5 .44 10 .14 14 .64 17.83 11.07 16.14 15.95 17.64
60 6 .38 11.45 16 .14 19.52 10.89 18.77 20 .83 2 1 .4 0
90 7.51 12.95 21.21 2 3 .4 6 15.77 2 4 .9 6 2 6 .0 9 29 .28
120 10.32 13 .89 2 2 .1 5 2 5 .1 5 22 .33 30.41 3 0 .9 7 33 .03
180 10.70 16.52 2 4 .7 7 30.41 2 9 .8 4 33 .03 3 2 .4 7 33 .03
2 4 0 15.02 18 .77 3 0 .2 2 3 2 .4 7 33 .03 33 .03 33 .03 33 .03
3 0 0 19.33 21 .21 32 .85 3 3 .0 3 33 .03 33 .03 33 .03 33 .03
3 60 20 .83 24 .21 33 .03 3 3 .03 33 .03 33 .03 33 .03 33 .03



Table G-3 Effect of temperature on adsorption capacity (mg/g) at pH 3 of CH-SDS, CH-C-Tab and CH-Tween 80

Time
(min)

CH-SDS CH-C-Tab CH-Tween 80
pH 3 pH 3 pH 3

33 °c 38 °c 43 °c 48 °p 33 °c 38 °c 43 °c 48 °c 33 °c 38 °c 43 °c 48 °c
0 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
5 6.38 11.82 6.57 10.89 12.39 25.90 20.08 22.71 6.57 24.77 18.39 20.65
10 10.70 14.45 15.58 19.71 12.76 26.28 22.90 30.59 10.89 25.71 19.71 27.21
15 15.95 16.89 20.83 25.53 17.45 27.59 21.77 30.22 19.89 26.84 19.89 27.59
20 18.02 21.40 24.21 31.91 19.52 29.28 22.71 31.34 20.27 26.28 21.58 27.40
30 20.83 25.53 28.90 31.91 20.08 29.09 24.02 31.53 20.08 27.59 20.83 28.15
45 26.65 28.15 30.03 33.03 19.71 28.34 24.21 31.91 19.71 25.15 21.21 29.09
60 29.09 30.97 32.28 33.03 20.83 28.34 24.21 31.72 19.89 24.21 21.21 29.84
90 33.03 31.91 32.85 33.03 19.71 27.78 25.53 33.03 19.89 24.02 21.40 29.28
120 33.03 32.47 33.03 33.03 19.33 30.97 24.40 32.28 20.46 25.34 21.02 29.84
180 33.03 33.03 33.03 33.03 19.52 30.41 24.40 32.09 20.83 24.21 20.46 29.09

> 240 33.03 33.03 33.03 33.03 17.08 29.28 26.28 32.85 20.27 24.96 21.40 29.84
300 33.03 33.03 33.03 33.03 17.64 28.15 25.90 32.47 21.21 25.34 22.15 29.09
360 33.03 33.03 33.03 33.03 16.89 30.22 26.09 32.85 19.52 24.59 23.46 29.28





Table G-5 Effect of temperature on adsoiption capacity (mg/g) at pH 6.8of chitosan and blended chitosan/PVA 1:1

Time
(min)

Chitosan Blended chitosan/PVA 1:1
p H  6 . 8 p H  6 . 8

3 3  ° c 3 8  ° c 4 3  ° c 4 8  ° c 3 3  ° c 3 8  ° c 4 3  ° c 4 8  ° c
0 0 . 0 0 0 . 0 0 0 . 0 0 0 . 0 0 0 . 0 0 0 . 0 0 0 . 0 0 0 . 0 0
5 1 1 . 8 2 1 3 . 3 3 1 2 . 0 1 1 8 . 2 1 1 2 . 0 1 1 2 . 2 0 1 8 . 0 2 1 8 . 5 8
1 0 1 2 . 2 0 1 3 . 8 9 1 4 . 2 6 1 9 . 1 4 1 2 . 2 0 1 2 . 0 1 1 8 . 3 9 1 9 . 3 3
1 5 1 2 . 2 0 1 3 . 3 3 1 3 . 1 4 1 9 . 3 3 1 2 . 0 1 1 3 . 8 9 1 7 . 2 7 1 9 . 8 9
2 0 1 2 . 2 0 1 4 . 4 5 1 4 . 6 4 1 9 . 7 1 1 2 . 5 8 1 3 . 8 9 1 8 . 9 6 1 9 . 8 9
3 0 1 2 . 2 0 1 4 . 0 8 1 3 . 8 9 1 9 . 5 2 1 2 . 5 8 1 3 . 8 9 1 8 . 9 6 1 9 . 7 1
4 5 1 2 . 0 1 1 2 . 3 9 1 4 . 6 4 1 9 . 3 3 1 2 . 3 9 1 3 . 7 0 1 8 . 7 7 1 9 . 3 3
6 0 1 1 . 8 2 1 3 . 3 3 1 5 . 2 0 1 9 . 5 2 1 2 . 0 1 1 4 . 0 8 1 8 . 7 7 2 0 . 0 8
9 0 1 2 . 0 1 1 2 . 5 8 1 5 . 5 8 1 8 . 9 6 1 4 . 0 8 1 5 . 0 2 1 9 . 1 4 1 9 . 7 1
1 2 0 1 2 . 2 0 1 3 . 3 3 1 5 . 9 5 1 9 . 3 3 1 3 . 7 0 1 5 . 5 8 2 0 . 0 8 2 0 . 6 5
1 8 0 1 2 . 3 9 1 4 . 0 8 1 6 . 5 2 1 8 . 7 7 1 5 . 7 7 1 5 . 0 2 2 0 . 4 6 2 1 . 2 1
2 4 0 1 2 . 7 6 1 4 . 4 5 1 6 . 3 3 1 9 . 7 1 1 6 . 8 9 1 5 . 5 8 1 9 . 8 9 2 1 . 0 2
3 0 0 1 2 . 5 8 1 5 . 2 0 1 6 . 7 0 1 8 . 7 7 1 7 . 2 7 1 5 . 9 5 2 0 . 0 8 2 0 . 4 6
3 6 0 1 3 . 7 0 1 5 . 7 7 1 7 . 0 8 1 8 . 3 9 1 7 . 6 4 1 6 . 5 2 1 9 . 5 2 2 0 . 8 3



Table G-6 E ffect o f  tem perature  on adsorp tion  capac ity  (m g/g) at pH  6.8 o f  benzoyl chitosan  and quateram inated  chitosan

Time
(min)

Benzoyl chitosan Quateraminated chitosan
pH 6.8 pH 6.8

33 ° c 38  ° c 43 ° c 48  ° c 33 ° c 38 ° c 43 ° c 48  ° c
0 0 .0 0 0 .0 0 0 .0 0 0 .0 0 0 .0 0 0 .0 0 0 .0 0 0 .00
5 16.70 19.33 2 5 .3 4 2 4 .4 0 14.64 16 .70 16.52 2 3 .2 7
10 18.96 2 3 .6 5 2 6 .2 8 2 6 .4 6 15.58 17.83 19.52 2 4 .0 2
15 19.33 2 3 .2 7 2 8 .3 4 2 7 .4 0 14.83 17.83 2 0 .4 6 2 5 .15
20 2 0 .83 24.21 2 9 .0 9 2 8 .7 2 16.52 18 .02 21.21 2 4 .7 7
30 2 3 .8 4 2 5 .9 0 2 9 .6 5 30.41 16.70 19 .14 2 1 .9 6 25 .15
45 24.21 27 .21 3 1 .7 2 3 2 .8 5 17.83 2 0 .0 8 2 2 .1 5 2 6 .4 6
60 2 6 .4 6 2 7 .7 8 3 4 .7 2 34 .53 19.89 21.77 22.52 27 .03
90 2 8 .1 5 2 8 .3 4 3 8 .85 3 6 .6 0 2 0 .0 8 21.21 2 3 .0 9 2 7 .4 0
120 2 5 .9 0 3 1 .1 6 3 9 .6 0 4 0 .7 3 19.14 19 .14 2 3 .8 4 2 9 .28
180 30 .03 3 5 .6 6 4 1 .4 8 4 3 .3 6 19.89 21.21 2 4 .4 0 3 0 .9 7
2 4 0 35 .85 3 8 .4 8 4 2 .9 8 4 5 .4 2 2 1 .4 0 21.21 2 8 .7 2 3 1 .72
3 00 3 6 .9 7 4 1 .4 8 4 5 .8 0 4 6 .3 6 2 2 .5 2 2 2 .3 3 2 8 .7 2 3 4 .1 6
3 60 37 .73 4 3 .9 2 4 7 .3 0 4 8 .0 5 22 .33 2 4 .0 2 2 8 .7 2 3 3 .9 7
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Table G -7  E ffect o f  tem pera ture  on adsorp tion  capacity  (m g/g) at pH  6.8 o f  C H -SD S, C H -C -T ab and C H -T w een 80

Time
(min)

CH-SDS CH-C-Tab CH-Tween 80
pH 6.8 pH 6.8 pH 6.8

33 °c 38 °c 43 °c 48 °c 33 °c 38 °c 43 °c 48 °c 33 °c 38 ° c 43 °c 48 °c
0 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
5 16.14 17.83 21.02 23.84 10.14 13.51 15.20 20.08 12.01 13.14 15.77 21.21
10 18.39 19.71 21.77 25.90 10.14 14.26 15.58 19.71 12.58 14.45 18.77 20.27
15 19.52 20.65 23.65 27.03 13.70 14.26 15.02 20.08 12.58 14.08 20.27 20.08
20 21.21 21.77 24.21 27.59 13.51 15.20 17.83 20.65 12.95 13.14 18.21 21.21
30 22.90 22.52 24.96 29.28 15.20 15.39 20.08 21.58 13.70 14.45 19.14 21.21
45 24.77 23.27 25.34 29.09 16.70 15.02 21.40 21.40 14.64 16.33 19.52 20.83
60 25.34 23.09 25.15 28.72 16.33 14.26 23.65 22.33 13.70 15.39 19.52 21.58
90 24.40 23.84 25.15 29.47 15.77 13.33 23.27 21.77 14.08 17.64 20.08 21.77
120 24.96 23.65 24.77 29.09 18.96 15.77 23.46 21.96 14.08 17.27 20.83 21.02
180 25.15 24.21 24.40 29.47 17.27 16.70 22.90 22.52 14.26 17.45 21.96 20.46

jJ240 25.90 22.71 25.53 29.65 18.21 14.64 22.71 22.90 13.51 15.02 21.96 20.83
300 25.71 24.96 26.28 29.28 19.33 14.64 22.33 21.58 14.83 12.58 21.58 20.83
360 26.09 25.15 27.03 29.09 19.52 12.20 23.65 20.46 15.02 11.64 2.2.15 21.02

to
t o

{■



Table G-8 E ffect o f  tem perature  on adso rp tio n  capacity  (m g/g) at pH  6.8 o f  B C H -SD S, B C H -C -T ab and B C H -T w een 80

Time
(min)

BCH-SDS BCH-C-Tab BCH-Tween 80
pH 6.8 pH 6.8 pH 6.8

33 °c 38 °c 43 °c 48 °c 33 °c 38 °c บom 48 °c 33 °c 38 °c 43 °c 48 °c
0 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
5 14.64 12.95 19.52 19.71 11.64 13.14 17.64 21.21 8.26 13.70 17.08 21.40
10 14.64 13.70 21.58 19.33 12.01 13.70 18.39 21.21 11.45 14.08 18.21 20.27
15 17.08 15.39 21.02 19.52 13.51 14.83 18.02 21.21 12.76 14.45 19.71 21.58
20 17.45 15.02 21.02 22.33 12.58 14.64 19.89 21.77 12.20 15.20 19.71 21.77
30 17.64 16.14 21.96 24.96 13.89 13.70 19.89 20.65 10.89 15.39 20.27 21.40
45 17.08 16.33 23.27 23.84 13.89 13.70 19.14 21.58 11.07 17.64 19.71 21.96
60 17.45 16.14 25.71 25.34 14.64 14.45 19.52 21.21 11.45 16.33 20.08 21.96
90 19.33 15.77 27.40 24.96 14.08 15.39 19.14 21.58 11.07 16.14 20.08 21.21
120 19.33 15.95 27.97 24.59 13.33 13.14 19.71 21.40 11.82 15.77 20.83 21.58
180 18.96 19.89 28.15 24.21 15.58 16.52 18.96 21.40 11.82 17.27 21.02 22.15
240 18.21 18.96 28.34 25.34 15.39 12.39 20.83 21.58 14.83 17.27 22.33 21.40
300 18.39 18.96 28.72 25.15 15.02 13.14 23.65 21.02 15.77 17.64 22.71 20.83
360 18.02 16.70 29.47 25.71 15.02 12.01 23.84 21.02 16.52 17.45 23.27 21.40
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Table G -9 C utting  fluids effluent at pH 3 adsorption on chitosan  for enthalpy,

Entropy and A rrhenius

T(K) Kd 1/T In (kd/T) In (kd)
306 0.059 0.003268 -8.5538 -2.83022
311 0.1072 0.003215 -7.97285 -2.23306
316 0.1529 0.003165 -7.63371 -1.87797
321 0.2038 0.003115 -7.36206 -1.59062

Table G-10 Cutting fluids effluent at pH 3 adsorption on blended chitosan/PVA 1:1 
for enthalpy, entropy and Arrhenius

T(K) Kd 1/T In (kd/T) In (kd)
306 0.079 0.003268 -8.26189 -2.53831
311 0.0518 0.003215 -8.70016 -2.96037
316 0.0726 0.003165 -8.37853 -2.62279
321 0.2176 0.003115 -7.29654 -1.5251

Table G -ll Cutting fluids effluent at pH 3 adsorption on benzoyl chitosan for 
enthalpy, entropy and Arrhenius

T(K) Kd 1/T In (kd/T) In (kd)
306 0.0073 0.003268 -10.6435 -4.91988
311 0.0179 0.003215 -9.76275 -4.02295
316 0.0134 0.003165 -10.0682 -4.3125
321 0.0256 0.003115 -9.4366 -3.66516

Table G-12 Cutting fluids effluent at pH 3 adsorption on quateraminated chitosan for 
enthalpy, entropy and Arrhenius

T(K) Kd 1/T In (kd/T) In (kd)
306 0.0105 0.003268 -10.28 -4.55638
311 0.0158 0.003215 -9.88754 -4.14775
316 0.0183 0.003165 -9.7566 -4.00085
321 0.0204 0.003115 -9.66366 -3.89222
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Table G-13 C utting  fluids effluent at pH  3 adsorption  on C H -SD S for enthalpy,

entropy and A rrhenius

T(K) Kd 1/T In (kd/T) In (kd)
306 0.0398 0.003268 -8.94747 -3.22389
311 0.0464 0.003215 -8.81025 -3.07046
316 0.067 0.003165 -8.4588 -2.70306
321 0.1466 0.003115 -7.69149 -1.92005

Table G-14 Cutting fluids effluent at pH 3 adsorption on BCH-SDS for enthalpy, 
entropy and Arrhenius

T(K) Kd 1/T In (kd/T) In (kd)
306 0.0326 0.003268 -9.14703 -3.42344
311 0.0545 0.003215 -8.64935 -2.90955
316 0.0741 0.003165 -8.35808 -2.60234
321 0.0447 0.003115 -8.87922 -3.10778

Table G-15 Cutting fluids effluent at pH 3 adsorption on CH-C-Tab for enthalpy, 
entropy and Arrhenius

T(K) Kd 1/T In (kd/T) In (kd)
306 0.0407 0.003268 -8.92511 -3.20153
311 0.0893 0.003215 -8.15555 -2.41575
316 0.0484 0.003165 -8.784 -3.02826
321 0.1368 0.003115 -7.76068 -1.98924

Table G-16 Cutting fluids effluent at pH 3 adsorption on BCH-C-Tab for enthalpy, 
entropy and Arrhenius

T(K) Kd 1/T In (kd/T) In (kd)
306 0.0349 0.003268 -9.07885 -3.35527
311 0.0575 0.003215 -8.59576 -2.85597
316 0.0373 0.003165 -9.0445 -3.28876
321 0.0816 0.003115 -8.27737 -2,5.0593
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Table G-17 C utting  fluids effluent at pH 3 adsorption  on C H -T w een 80 for enthalpy,

entropy and A rrhenius

T(K) Kd 1/T In (kd/T) In (kd)
306 0.0512 0.003268 -8.6956 -2.97202
311 0.0675 0.003215 -8.43542 -2.69563
316 0.0438 0.003165 -8.88386 -3.12812
321 0.0848 0.003115 -8.2389 -2.46746

Table G-18 Cutting fluids effluent at pH 3 adsorption on BCH-Tween 80 for 
enthalpy, entropy and Arrhenius

T(K) Kd 1/T In (kd/T) In (kd)
306 0.0367 0.003268 -9.02856 -3.30498
311 0.0481 0.003215 -8.77427 -3.03447
316 0.0469 0.003165 -8.81548 -3.05974
321 0.0572 0.003115 -8.63264 -2.8612

Table G-19 Cutting fluids effluent at pH 6.8 adsorption on chitosan for enthalpy,
entropy and Arrhenius

T(K) Kd 1/T In (kd/T) In (kd)
306 0.0113 0.003268 -10.2065 -4.48295
311 0.0135 0.003215 -10.0449 -4.30507
316 0.0143 0.003165 -10.0032 -4.2475
321 0.0296 0.003115 -9.29142 -3.51998

Table G-20 Cutting fluids effluent at pH 6.8 adsorption on blended chitosan/PVA 
1:1 for enthalpy, entropy and Arrhenius

T(K) Kd 1/T In (kd/T) In (kd)
306 0.0115 0.003268 -10.189 -4.46541
311 0.0138 0.003215 -10.0229 -4.28309
316 0.0184 0.003165 -9.75115 -3.9954
321 0.0209 0.003115 -9.63945 -3 .§6801
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Table G-21 C utting  fluids effluent at pH 6.8 adsorption on benzoyl chitosan for

enthalpy, entropy and A rrhenius

T(K) Kd 1/T In (พาโ) In (kd)
306 0.0229 0.003268 -9.5002 -3.77662
311 0.0289 0.003215 -9.28371 -3.54391
316 0.037 0.003165 -9.05258 -3.29684
321 0.0362 0.003115 -9.09014 -3.3187

Table G-22 Cutting fluids effluent at pH 6.8 adsorption on quateraminated chitosan 
for enthalpy, entropy and Arrhenius

T(K) Kd 1/T In ( พ T) In (kd)
306 0.016 0.003268 -9.85875 -4.13517
311 0.0184 0.003215 -9.7352 -3.9954
316 0.0243 0.003165 -9.47302 -3.71728
321 0.0285 0.003115 -9.32929 -3.55785

Table G-23 Cutting fluids effluent at pH 6.8 adsorption on CH-SDS for enthalpy, 
entropy and Arrhenius

T(K) Kd 1/T In (พาโ) In (kd)
306 0.0239 0.003268 -9.45746 -3.73388
311 0.0244 0.003215 -9.45297 -3.71317
316 0.028 0.003165 -9.33129 -3.57555
321 0.0342 0.003115 -9.14697 -3.37553

Table G-24 Cutting fluids effluent at pH 6.8 adsorption on BCH-SDS for enthalpy, 
entropy and Arrhenius

T(K) Kd 1/T In ( พ ! ’) In (kd)
306 0.0184 0.003268 -9.71899 -3.9954
311 0.0155 0.003215 -9.90671 -4.16692
316 0.0226 0.003165 -9.54555 -3.78981
321 0.0233 0.003115 -9.53074 -1,7593
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Table G-25 C utting  fluids effluent at pH 6.8 adsorption  on C H -C -Tab for enthalpy,

entropy  and A rrhenius

T(K) Kd 1/T In (kd/T) In (kd)
306 0.0143 0.003268 -9.97108 -4.2475
311 0.0148 0.003215 -9.95292 -4.21313
316 0.0173 0.003165 -9.81279 -4.05705
321 0.0211 0.003115 -9.62992 -3.85848

Table G-26 Cutting fluids effluent at pH 6.8 adsorption on BCH-C-Tab for enthalpy, 
entropy and Arrhenius

T(K) Kd 1/T In (kd/T) In (kd)
306 0.0125 0.003268 -10.1056 -4.38203
311 0.0146 0.003215 -9.96653 -4.22673
316 0.0203 0.003165 -9.65288 -3.89713
321 0.0226 0.003115 -9.56125 -3.78981

Table G-27 Cutting fluids effluent at pH 6.8 adsorption on CH-Tween 80 for 
enthalpy, entropy and Arrhenius

T(K) Kd 1/T In (kd/T) In (kd)
306 0.0122 0.003268 -10.1299 -4.40632
311 0.0126 0.003215 -10.1139 -4.37406
316 0.0207 0.003165 -9.63336 -3.87762
321 0.0211 0.003115 -9.62992 -3.85848

Table G-28 Cutting fluids effluent at pH 6.8 adsorption on BCH-Tween 80 for 
enthalpy, entropy and Arrhenius

T(K) Kd 1/T In (kd/T) In (kd)
306 0.0133 0.003268 -10.0436 -4.31999
311 0.014 0.003215 -10.0085 -4.2687
316 0.0215 0.003165 -9.59544 -3.8397
321 0.0227 0.003115 -9.55683 -3,28539



Appendix H C ontinuous adsorp tion

Table H-l Breakthrough profile for cutting fluids adsorption on chitosan, blended chitosan/PVA 1:1, CH-C-Tab, CH-Tween 80, BCH-C-Tab 
and BCH-Tween 80

Time (min)
Adsorbents

Chitosan Blended chitosan/PVA 1:1 CH-C-Tab CH-Tween 80 CH-C-Tab CH-Tween 80
c /c o c /c o C/CO C/CO C/CO C/CO

0 0.00 0.00 0.00 0.00 0.00 0.00
15 0.39 0.22 0.71 0.86 0.80 0.69
30 0.61 0.51 0.85 0.90 0.83 0.80
60 0.82 0.67 0.88 0.91 0.88 0.94
90 0.90 0.77 0.94 0.96 0.92 0.98
120 0.95 0.80 0.97 0.98 0.95 1.00
150 0.99 0.86 0.98 1.00 0.95
180 0.99 0.97 1.00 1.00
210 1.00 0.98
240 1.00
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Table H-2 B reakth rough  profile for cutting  fluids adsorption on benzoyl chitosan,

quateraminated chitosan, CH-SDS, BCH-SDS

Adsorbents
Time (h) Benzoyl chitosan Quateraminated chitosan CH-SDS BCH-SDS

C/Co c / c 0 c / c 0 C/Co
0 0.00 0.00 0.00 0.00
1 0.02 0.00 0.14 0.07
2 0.03 0.00 0.18 0.07
'ฯว 0.04 0.00 0.19 0.07
4 0.04 0.00 0.21 0.08
5 0.05 0.01 0.22 0.09
6 0.05 0.04 0.23 0.09
7 0.06 0.07 0.24 0.10
8 0.06 0.08 0.26 0.10
9 0.05 0.09 0.27 0.11
10 0.05 0.09 0.27 0.11
24 0.08 0.18 0.32 0.35
26 0.08 0.19 0.36 0.38
28 0.12 0.19 0.38 0.41
30 0.15 0.24 0.38 0.43
32 0.17 0.25 0.39 0.45
34 0.19 0.26 0.40 0.47
36 0.20 0.27 0.41 0.50
38 0.22 0.29 0.42 0.51
40 0.23 0.32 0.42 0.56
48 0.42 0.44 0.49 0.69
50 0.43 0.44 0.52 0.71
56 0.49 0.48 0.56 0.74
72 0.76 0.54 0.79 0.75
76 0.86 0.57 0.85 0.77
80 0.90 0.58 0.91 0.81
96 0.93 0.57 1.00 0.88
100 0.95 0.60 1.00 0.90
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Table H-2 B reakth rough  profile for cutting fluids adsorption on benzoyl chitosan,

quateraminated chitosan, CH-SDS, BCH-SDS (Continued)

Adsorbents
Time (h) Benzoyl chitosan Quateraminated chitosan CH-SDS BCH-SDS

C/Co C/Co C/Co C/Co
104 0.97 0.61 0.92
120 0.99 0.65 0.95
122 1.00 0.66 0.97
124 0.68 1.00
126 0.69
128 0.70
144 0.80
146 0.82
148 0.85
150 0.86
152 0.87
168 1.00

Table H-3 Breakthrough curves adsorption cutting fluids of chitosan at flow rate 
0.50 -  2.00 cmVmin

Flow rate (cm3 /min) 0.50 1.00 2.00
Time (min) C/Co C/Co c / c 0

0 0.00 0.00 0.00
15 0.39 0.90 0.97
30 0.61 0.95 1.00
60 0.82 1.00
90 0.90
120 0.95
150 0.99
180 1.00
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Table H-4 B reakthrough curves adsorption cutting fluids o f  b lended  chitosan/PV A

1:1 at flow  rate 0.50 -  2.00 cm 3/m in

Flow rate (cm3 /min) 0.50 1.00 2.00
Time (min) c / c 0 C/Co C/Co

0 0.00 0.00 0.00
15 0.22 0.45 0.60
30 0.51 0.58 0.69
60 0.67 0.71 0.80
90 0.77 0.85 0.91
120 0.80 0.96 0.98
150 0.86 1.00 1.00
180 0.97
210 0.98
240 1.00
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Table H-5 B reakthrough curves adsorption cutting fluids o f  C H -SD S at flow  rate

0.50 -  2 .00 cm 3/m in

Flow rate (cm3/min)
0.50 1.00 2.00

Time (h) c / c 0 c / c 0 C/Co
0 0.00 0.00 0.00
1 0.14 0.16 0.41
2 0.18 0.21 0.45
3 0.19 0.27 0.51
4 0.21 0.32 0.59
5 0.22 0.37 0.62
6 0.23 0.40 0.68
7 0.24 0.45 0.79
8 0.26 0.51 0.91
9 0.27 0.56 0.95
10 0.27 0.64 1.00
24 0.32 0.93
26 0.36 0.95
28 0.38 0.99
30 0.38 1.00
32 0.39
34 0.40
36 0.41
38 0.42
40 0.42
48 0.49
50 0.52
56 0.56
72 0.79
76 0.85
80 0.91
96 1.00
100 1.00



238

Table H-6 B reakthrough curves adsorption cutting fluids o f  chitosan at bed depth

5.0 -  20.0 cm

Bed depth (cm) 5.0 10.0 15.0 20.0
Time (min) c / c 0 c / c 0 c / c 0 c / c 0

0 0.00 0.00 0.00 0.00
15 0.78 0.59 0.52 0.39
30 0.88 0.81 0.77 0.61
60 0.95 0.91 0.88 0.82
90 1.00 0.99 0.96 0.90
120 1.00 0.97 0.95
150 0.99 0.99
180 1.00 1.00

Table H-7 Breakthrough curves adsorption cutting fluids of blended chitosan/PVA 
1:1 at bed depth 5.0 -  20.0 cm

Bed depth (cm) 5.0 10.0 15.0 20.0
Time (min) C/Co c / c 0 C/Co C/Co

0 0.00 0.00 0.00 0.00
15 0.77 0.54 0.30 0.22
30 0.87 0.81 0.60 0.51
60 0.94 0.92 0.85 0.67
90 1.00 0.97 0.92 0.77
120 1.00 0.99 0.80
150 1.00 0.86
180 0.97
180 0.98
210 1.00
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Table H-8 B reakthrough curves adsorption cutting  fluids o f  C H -SD S at bed depth

5.0 -  20.0 cm

Bed depth (cm) 5.0 10.0 15.0 20.0
Time (h) C/Co c / c 0 C/Co C/Co

0 0.00 0.00 0.00 0.00
1 0.52 0.28 0.14 0.14
2 0.58 0.33 0.28 0.18
3 0.59 0.37 0.30 0.19
4 0.59 0.41 0.32 0.21
5 0.62 0.43 0.37 0.22
6 0.67 0.46 0.39 0.23
7 0.67 0.48 0.42 0.24
8 0.68 0.50 0.45 0.26
9 0.71 0.52 0.46 0.27
10 0.71 0.55 0.48 0.27
24 0.82 0.69 0.64 0.32
26 0.83 0.71 0.65 0.36
28 0.84 0.73 0.67 0.38
30 0.85 0.74 0.68 0.38
32 0.88 0.79 0.69 0.39
34 0.93 0.81 0.71 0.40
36 0.97 0.88 0.72 0.41
38 0.99 0.90 0.73 0.42
40 1.00 0.96 0.74 0.42
48 1.00 0.89 0.49
50 0.90 0.52
56 0.93 0.56
72 0.98 0.79
76 1.00 0.85
80 0.91
96 1.00



Table H-9 Isorem oval line for different bed depth  height on chitosan

High (cm) C/Co
0.2 0.4 0.6

5.0 3.0 6.0 10.5
10.0 4.5 9.0 16.5
15.0 5.0 12.0 20.0
20.0 8.0 17.0 28.0

Table H-10 Isoremoval line for different bed depth height on
blended chitosan/PVA 1:1

High (cm) C/Co
0.2 0.4 0.6

5.0 3.0 8.0 10.0
10.0 6.0 11.0 18.0
15.0 9.0 20.0 31.0
20.0 14.0 25.0 49.0

Table H -ll Isoremoval line for different bed depth height on CH-SDS

High (cm) C/Co
0.2 0.4 0.6

5.0 0.2 0.6 4.2
10.0 0.8 3.8 15.0
15.0 1.8 6.2 21.0
20.0 3.5 34.0 79.0
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Table H-12 Breakthrough curve of adsorption of cutting fluids on chitosan type 
two column

Column A
Time (min) c / c 0

0 0.00
10 0.48
20 0.52
30 0.58
40 0.63
50 0.67
60 0.70
75 0.78
90 0.84
105 0.90
120 0.94
150 0.97
180 0.99
210 1.00

Column B
Time (min) C/Co

180 0.00
190 0.60
200 0.69
210 0.75
220 0.81
230 0.88
240 0.94
255 0.99
270 0.99



Table H-13 B reakthrough curve o f  adsorption  o f  cutting fluids on C H -SD S type

two column
Time (h) Column A

C/Co
0.0 0.00
0.5 0.36
1.0 0.38
1.5 0.40
2.0 0.42
2.5 0.43
3.0 0.50
3.5 0.53
4.0 0.55
5.0 0.56
6.0 0.60

24.0 0.72
25.0 0.75
26.0 0.78
27.0 0.79
28.0 0.81
29.0 0.90
30.0 0.97
31.0 1.00

Time (h) Column B
C/Co

3.0 0.00
3.5 0.00
4.0 0.00
4.5 0.00
5.0 0.00
5.5 0.00
6.0 0.00
6.5 0.00
7.0 0.00
7.5 0.00
8.0 0.00
9.0 0.00
10.0 0.00
24.0 0.39
25.0 0.42
26.0 0.43
27.0 0.44
28.0 0.45
29.0 0.47
30.0 0.49
31.0 0.50
32.0 0.51
48.0 0.62
49.0 0.64
50.0 0.67
51.0 0.68
52.0 0.70
53.0 0.73
54.0 0.74
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Table H-13 Breakthrough curve of adsorption of cutting fluids on CH-SDS type 
two column (Continued)

Time (min) Column B
c / c 0

55.0 0.77
56.0 0.80
57.0 0.81
72.0 0.94
73.0 0.96
74.0 0.97
75.0 0.98
76.0 1.00



244

Appendix I Reynolds number of motor stirrer speed 
Reynolds number of mixing can be calculate from

where NRe is Reynolds number, D is diameter of impeller (m, 0.04 m), N is rev/s (600 
-21000 rpm), p is mass density of liquid (kg/m3, 995.7) p is dynamic viscosity (N- 
s/m2, 0.798x1 O'3 at 30 °C)

Thus Reynolds of motor stirrer speed at 600 rpm is

NRe = _ 12x 106
Reynolds of motor stirrer speed at 1200 rpm is 2.4x1 o6
Reynolds of motor stirrer speed at 2000 rpm is 4.0x1 o6
Reynolds of motor stirrer speed at 21000 rpm is 42. lxl o6



245

Appendix J  Calculated mass diffusivity of cutting fluids

5.88xlCT15 x (x M ) U2T
CO =  ----------------- —7T7----------------ju V 06

where CO is mass diffusivity (m2/s), M is molecular of solvent (kg/mol), T is 
temperature (K), p is viscosity of solution (kg/m-s), V is molar volume of cutting 
fluids at the normal boiling point (m3/mol) and X is association constant parameter of 
water (= 2.6 for water)

Cutting fluids has molecular weight correspond to average carbon number of C23 
for naphthenic mineral oil.

Thus molar volume of C23 is 23x(14.8xl0'6) = 3.3xl0‘4 m3/mol

5.88xl0~15 x(2.6x18x10~3)i/2298 
0.798x10“3x(3.3x10“4)06 = 5.82x1 O'8 m2/s
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Appendix K Calculate effect of temperature on chitosan adsorption in static batch

The rate of adsorption can be described as being proportion of the concentration 
of the cutting fluids effluent, if first-order kinetics is assumed:

_ ^  = K  r
" ไ * * ' ,' •

Integrating and rearranging the above Equation gives:

เท ร - =  - K J

The calculation parameters of thermodynamic were done by plot In (Ct/Co) 
verses time. The slope of these plot is adsorption rate constant (Kd, min'1). The result 
of chitosan as adsorbent at temperature 33 to 48 °c of cutting fluid effluent and pH 3 
was shown in Figure below.

Time (min)
0 5 10 15 20

0.00 X---------------------------1----------------------------- 1----------------------------- 1----------------------------- I

Figure Effect of temperature on effective adsorption on chitosan at pH 3 
♦  33 °c ■  38 °c, A 43 °c and 0 48°c
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The Kd was obtained from -slope of plot In (Ct/Co) verses time of effective 
adsorption of variation temperature from 33 to 48 °c. Thus Kd was collected in the 
below Table. The 1/T and ln(Kd/T) were calculated after know Kd and show in below 
Table too.

Table Adsorption rate constant on effective adsorption on chitosan at pH 3

T(K) Kd (min'1) 1/T In (Kd/T)
306 0.059 0.003268 -8.5538
311 0.1072 0.003215 -7.97285
316 0.1529 0.003165 -7.63371
321 0.2038 0.003115 -7.36206

The adsorption rate constant can be expressed in term of enthalpy and entropy by 
the following Equation:

K i =
f  k T ^  

\ hp J
6(&S/R)e(-W /Rr)

where hp is the Planck’s constant (6.6260x1 O'34, J-sec), R is the gas constant (8.314 
J/mol-K), T is the absolute temperature (K), AH is the enthalpy change during 
adsorption (kJ/mol), AS is the entropy change during adsorption (J/mol-K), K is the 
Boltzmann’s constant (1.38066x1 O'23, J/K)

Plot ofln(Kd/T) versus 1/T gives a value of slope and intercept.
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1/T

0.00308 0.00312 0.00316 0.0032 0.00324 0.00328

Figure. Plot for ln(Kd/T) versus 1/T of chitosan 
The slope of ln(Kd/T) versus 1/T give (AH/R). The intercept shows In (k! hp) + 

AS/R. Therefore, enthalpy and entropy are obtained.
AH = -slope X R = -(-7708.1x8.314) = 64.09 kJ/mol

AS Intercept -  In - xR

16.715-In 1.38066x1023 
6.6260x1 O'34 X8.314

= -58.56 J/(mol-K)
The Gibb free energy of adsorption may be determined in terms of entropy and 

enthalpy according
AG -A H  -  TAS

AG at 306 K = 64090 -  (306x(-58.56)
= 82009 J/mol

82.01 kJ/mol
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Table Calculation Gibb free energy at temperature 306 to 321 K on chitosan

AG = AH-TAS AG (J/mol)
AG (T 306) 82005.67
AG (T 311 ) 82298.49
AG (T 316) 82591.31
AG (T 321) 82884.13

Average AG (J/mol) 82444.9

Activation energy was calculated from below Equation.

K d = A e (~BjRT]

where A is the Arrhenius energy (min"1) and Ea is the activation energy (kJ/mol)
The values of Ea and A are determined from the slope and intercept of plot ln(Kd) 

versus 1/T.
m

0.00308 0.00312 0.00316 0.0032 0.00324 0.00328

- Slope = Ea/R
Ea = (-Slope X R)

= (-8021.5 x 8.314) 
= 66690.75 J/mol
= 66.69 kJ/mol
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Appendix L Compare cost of adsorbents of CH, CH-SDS and BCH-SDS

Cost of chemicals
chitosan 1 kg 2500 baht
Sodium luaryl sulfate 0.5 kg 600 baht
Acetic acid 2.5 1 600 baht
Deionizated water 20 1 70 baht

1. Calculated cost from motor stirrer (70 พ , 220 V, 50 Hz)
p  = I x E

Where is power (พ), E is voltage (V) and I is electricity (A)

/ = 1 -  =0.3 AE 220
Calculated stirrer chitosan solution 100 cm3

Quantitative electric power = E Iïl = 03x220*24 = 1 5  84 kWh
Rate of electricity = 1.357 baht/unit
Cost of electricity = 1.357x 15.84 = 21.50 baht/1

2. Calculated cost of chitosan solution
2500 X  2Using chitosan 2 g for prepared chitosan solution = —■ -  x - = 5 baht/100 cm3

1000

or 50 baht/1000 cm3 chitosan solution
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3. Calculated cost of Acetic acid solution

Acetic acid 2 cm3 have cost = ^2500
= 0.48 baht/ 100 cm3 of acetic acid 2 % w/v 

Thus acetic acid = 4.8 baht/chitosan 1000 cm3 chitosan solution

4. Calculated cost of SDS solution

SDS 1 g have cost = —-  = 1.2 baht500
5 X  201 time of inject SDS have cost ——— = 1.2 baht/100 cm3 chitosan solution
100

Thus SDS = 12 baht/1000 cm3 chitosan solution

5. Calculated cost of DI water
DI water have cost = 70 baht/20 1
1.0 1 of DI water = 3.5 baht
Amount of DI water to used for prepared = 3.0 1 (Chitosan solution + SDS +

Aceetic acid)
Thus total cost of DI water = 10.5 bath

6. Calculated cost of PVA solution
PVA 1.0 kg have cost 3000 baht; 1 g of PVA = 3 baht

DI 1000 cm3 used PVA = 4* 1'QQQ = 40 g
100

Show cost = 160 baht/1000 cm3 of DI
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7. Calculated stirrer blended chitosan/PVA solution (hot plate stirrer, 500 พ , 220 V)

Electricity of stirrer blended chitosan/PVA solution = — = 2.27 AE 220

Quantitative electric power = = 2'27>0220x12 m . = 81.46 baht/

1000 cm3 PVA solution
A. Cost of prepared chitosan bead to treat cutting fluids effluent

Cost of prepared chitosan solution = Electricity + chitosan solution + Acetic
acid + DI water 2.0 1 

= 21.50 + 50 + 4.8 + 7 
= 83.3 baht/1

1000 cm3 of chitosan solution obtained 1260 g of chitosan bead

Each batch used cutting fluids effluent 50 cm3 used chitosan bead = 2 g 
Thus 1000 cm3 of cutting fluids effluent used chitosan bead = 40 g

40 g of chitosan bead to treat cutting fluids effluent = 8 3 .0 x 4 0  _ 2 £4  b a h t1260

B. Cost of prepared CH-SDS to treat cutting fluids effluent
Cost of prepared CH-SDS fiber = Electricity + Chitosan solution + Acetic acid +

SDS + DI water 3.0 1 
= 21.5 + 50 + 12 + 4.8 + 10.5 
= 98.8 baht/1

1000 cm3 chitosan obtained CH-SDS 49.9 g of CH-SDS
Each batch used cutting fluids effluent 50 cm3 used CH-SDS = 2 g
Thus 1000 cm3 of cutting fluids effluent used CH-SDS = 40 g



253

40 g of chitosan bead to treat cutting fluids effluent = x ■- ̂  = 79.20 baht49.9
c .  Cost of prepared BCH-SDS to treat cutting fluids effluent

Cost of prepared BCH-SDS fiber = Electricity + Chitosan solution + Acetic acid
+ SDS + DI water 4.0 1 + PVA solution + 
Stirrer PVA solution

= 21.50 + 50 + 4.8+ 12+ 14+ 160 + 81.46 
= 343.76 baht/1

1000 cm3 chitosan obtained CH-SDS 46.8 g of CH-SDS
Each batch used cutting fluids effluent 50 cm3 used CH-SDS = 2 g
Thus 1000 cm3 of cutting fluids effluent used CH-SDS = 40 g

40 g of chitosan bead to treat cutting fluids effluent = 343.76 x40 _ 293 32 baht46.8



Appendix M G C chrom atrg ram  o f  cu tting  flu ids
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Appendix N-l XRFS spectrum of cutting fluids effluent
Appendix N X R FS spectrum
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(19-Jan-2007 18:10)
Fixed Conditions : General (air)
Acquisition livetime = 100.0 ร, realtime = 185.2 ร 
Tube Current = 66pA

20
Energy (keV)
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Appendix N-2 Percent elem ent in cutting fluids effluent from  drilling process

Sample: cutting fluid wasteOl
Fri 1/19/2007 at 4:35:23 PM
Method Name: Oxford: Geol. Majors + Traces

Analyte Concentratii
H20 0.00 wt %
C02 0.00 Wt %
Na20 0 . 0 0  w t %
MgO 8.84 Wt %
A1203 5^55 Wt %
Si 02 5.77 Wt %
P205 6.63 Wt %
ร 5.25 Wt %
Cl 1.74 Wt %
K20 2 . 1 3  Wt %
CaO 2.50 Wt %
Sc 0.00 Wt %
Ti02 3815.7281ppm
V 124.4 904ppm
Cr 268.3501ppm
MnO 5526.3347ppm
Fe203 54.96 Wt %
Co 222 9.377 6ppm
N i 1244.9846ppm
Cu 1 . 0 9  Wt %
Zn 2.07 Wt %
Ga 373.3816ppm
Ge 0.00 Wt %
As 788.9328ppm
Se 0.00 Wt %
B r 856.8334ppm
Rb 0.00 Wt %
Sr 245.9584ppm
Y 40.0197ppm
Zr 332.7820ppm
H f 5774.7479ppm
Ta 0.00 Wt %
TVTiAi 0.00 Wt %
Hg 7 08.4 65 6ppm
Ti 490.9447ppm
Pb 302.3978ppm
B i 254.0914ppm
T h 0.00 Wt %
บ 0.00 Wt %
Mb 0 ! 0 0 Wt %
Mo 117.8 900ppm
Ag 0.00 Wt %
Cd 88.9288ppm
In 0.00 Wt %
ร ท 433.1238ppm
Sb 147.6203ppm
T e 0.00 Wt %
I 0.00 Wt %
c  ร 0.00 Wt %
3a 1637.0782ppm
La 1154. 5750ppm
Ce 1177. 3556ppm
D  V- 556.1135ppm
Nd 0.00 Wt %
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Appendix N-3 Percent elem ent in cutting fluids effluent from  turning process

S a mp l e :  C u t t i n g  f l u i d  wa s t e Ô2
F r i  1 / 1 9 / 2 0 0 7  a t  5 : 0 5 : 0 6  PM
Met hod Name: O x f o r d :  G e o l .  M a j o r s  + T r a c e s

A n a l y t e C o n c e n t r a t i i
H20 0 . 0 0  พt  %
C02 0 . 0 0  พt  %
Ma 20 0 . 0 0  พt  %
MgO 1 2 . 7 4  wt  %
A1203 7 . 3 9  wt  %
ร i 0 2 3 . 5 9  Wt %
P205 1 0 . 8 7  Wt %
ร 5 . 3 1  Wt %
Cl 3 . 9 2  Wt a
:<ic 1 4 . 9 6  Wt a
CaO 5 . 5 6  Wt %
Sc 0 . 0 0  Wt %
T i 0 2 9 8 0 1 . 3817ppm
V 4 6 1 . 3142ppm
Or 1 5 3 . 4 3 0 7  ppm
MnO 6 4 3 3 . 1 5 0  8 ppm
Fe203 3 0 . 0 9  Wt %
Co 1 8 1 0 . 2 7  2 4ppm
Mi 5 4 3 . 8526ppm
Cu 8 4 0 7 . 9383ppm
Zn 1 . 2 2  Wt %
Ga 4 1 7 . 1954ppm
Ge 0 . 0 0  Wt ?
i\s 4 5 5 . 366Cpom
5e 3 9 6 . 5028.ppm
Br 8 2 7 . 2 3 4 1 ppm
Rb 1 1 9 . 9 9 5 2  ppm
น r 0 . 0 0  Wt %
Y 0 . 0 0  Wt %
ur 1 5 8 . 7191ppm
Hf 4 0 4 2 . 4825ppm
m _1 a 0 . 0 0  Wt %
พ 0 . 0 0  Wt %
Hg 6 1 1 . 3532ppm
T1 0 . 0 0  Wt %
Pb 1 2 5 1 . 9333ppm
Bi 2 0 9 1 . 8153ppm
Th 0 . 0 0  Wt %
[7 0 . 0 0  Wt %

Mb 6 6 . 8037ppm
Mo 5 1 . 9 67 8ppm
Ag 3 1 . O940ppm
Cd 0 . 0 0  Wt %

In 0 . 0 0  wt 1
รท 7 4 2 . 2 0 5 4  ppm
S b 0 . 0 0  Wt ®

T e 0 . 0 0  wt ว้
I 37 0 . 0 3 4  8ppm

ร 3 1 9 . 4 3 8  6ppm
Ba 0 . 0 0  Wt %

La 3 5 0 2 . 4292ppm
2  0 0 . 0 0  Wt 1

?r 3 97 . 1 7 ป ี 6ppm
Nci 0 . 0 c  wt ร
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